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I. INTRODUCTION

With the advent of high-speed and heavy gross weight aircraft, the phe- PG
nomenon of runway touchdown zone rubber buildup has become a potentially haz- ' .
ardous problem. Rubber buildup tends to cover the surface and occlude the S
surface voids of the pavement. This buildup is of 1ittle consequence during BN
normal airfield operations when the pavement is dry. However, during wet T
pavement operations, the friction developed between the aircraft tires and the
pavement surface is adversely affected. Rubber on rubber yields a high coef-
ficient of friction when dry, but is markedly reduced when wet. b

Normal operation of an aircraft at landin? requires an adequate fric- DA
tional value between tire and pavement to provide proper spin-up of the air- SR
craft tires. Spin-up is the process of rotating the tires from zero velocity e
to touchdown velocity during the immediate moment following touchdown. It is i
this rapid spin-up which causes rubber buildup. Lo

Aircraft brake design is such that braking efficiency is reduced if the
tires are not spinning at a velocity equal to that of the aircraft. This
brake design is termed an antiskid device. Insufficient friction between tire

and pavement, resulting in a lack of spin-up or tire rotation during landing, i
can result in a lack of sufficient braking for the aircraft. This in turn can L,_1
lead to a skidding accident whereby the pilot is unable to brake the aircraft oo
resulting in a departure from the runway. Considerable damage and/or loss of R
life can result in these instances. S

Methods are available to remove rubber from runways (Refs. 1, 2, and 3); et
these include high-pressure water blast and chemical techniques. Methods are I

also available for evalyating the pavement friction (or traction) characteris- EAE
tics (Refs. 1, 4, and 5). The Federal Aviation Administration (FAA), United o
States Air Force (USAF), and National Aeronautics and Space Administration ol

T e -~
1. Horne, W. B., Evaluation of High-Pressure Water Blast With Rotating -y
Spary Bar for Removing Paint and Rubber Deposits From Airport Runways, Rt

and Review of Ruaway Slipperiness Problems Created by Rubber, NASA TMX- RO
72797, National Aeronautics and Space Administration, Hampton, Virginia, S

1975.

2. Carpenter, S. H., and Barenberg, E. J., Rubber Removal From Porous ;u_1
Friction Coarse, DOT/FAA/PM-83/31, U.S. Department of Transportation,
Federal Aviation Administration, Washington, D.C., 1983.

3. McKeen, R. G., and Lenke, L. R., Alternatives for Rubber Removal From
Porous Friction Surfaces, DOT/FAA/PM-84/28, U.S. Department of Trans- o
portation, Federal Aviation Administration, Washington, D.C., 1984. -

4. Burk, D, 0., Effectiveness of Rubber Removal Processes at Six Air Force
Bases, AFCEC Memorandum 4-77, Air Force Civil Engineering Center,

Tyndall Air Force Base, Florida, 1977.

5. Grisel, C., A Summary of Rumway Friction Changes Due to High-Pressure _—
Water-Jet Cleaning Operations at Four Airports, FAA-RD-75-218, U.S. T
Depargmgnt gf7Transportation. Federal Aviation Administration, Washing-
ton, D.C., 1976,
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(NASA) have evaluated numerous devices for determining the frictional value of
a runway pavement surface. These include the Mu-Meter, the Diagonally Braked
Vehicle (DBV), the Skiddodmeter, the Saab friction test vehicle, and various
types of highway skid trailers. Currently, the Mu-Meter is the standard test
equipment for the USAF.

The Mu-Meter can be used to identify potential problems on a pavement
surface. Recommendations for improvement of the surface can then be expedi-
ently made and implemented. The drawbacks of Mu-Meter testing are the initial
cost of the Mu-Meter, tow vehicle, and water distribution equipment for per-
forming wet surface testing. In addition, a trained operational crew and
maintenance technicians are required. Because of the high cost and personnel
requirements, many airports and airfields cannot afford routine friction eval-
uation testing with the Mu-Meter. For example, the USAF employs a single crew
to perform all Mu-Meter testing worldwide.

The inability of airport managers and airfield engineers to routinely
evaluate the frictional levels on their runways, particularly in touchdown
areas, precludes any quantitative evaluation of rubber buildup. This lack of
a quantitative method limits the capability of the airport engineer or air-
field manager to determine when rubber removal is required or when a rubber
removal contractor has satisfactorily completed a rubber removal project.

Presently, the airport pavement engineer must rely heavily on limited
visual impressions and experience to determine when rubber removal is required
and when removal has been adequately conducted. Unfortunately, test results
obtained by the USAF (Ref. 4) indicate this visual/experience method of
inspecting rubber buildup does not correlate well with the results obtained by
Mu-Meter frictional testing. The determination of when to remove rubber and
what constitutes a good rubber removal job is so arbitrary that the overall
effectiveness of any rubber removal program is questionable.

It is apparent from the above discussion that a quantitative evaluation
system is highly desirable. A more efficient rubber removal program will
reduce contract costs, improve safety, and ensure better and uniform compli-
ance with contract specifications. Currently, procurement officials are
reluctant to pursue claims against contractors because of ambiguous or mean-
ingless specifications. Consequently, a simple quantifiable and inexpensive
system for determining runway rubber removal requirements is necessary for
determining when to remove rubber and to ascertain when rubber removal specif-
ications have been met. In addition, the development of a specification which
incorporates such a quantifiable system is also necessary.

The New Mexico Engineering Research Institute (NMERI) has been tasked to
develop a simple quantifiable testing scheme for evaluation of rubber buildup.
The following four phases of effort were required of NMERI.

PHASE 1--RUBBER BUILD-UP CRITERIA AND EVALUATION PROCEDURE DEVELOPMENT

This phase consisted of a review of existing techniques for evaluation of
surface coatings. Based on this review, an evaluation procedure was developed
which requires little special training, is insensitive to operator change, and
is cost effective (less than $10,000 per installation for implementation).




PHASE II--RUBBER REMOVAL TECHNIQUES AND EQUIPMENT

Phase II re?uired review and research of existing rubber removal tech-
niques. Evaluation of effectiveness, cost, simplicity, safety, and environ-
mental effects was ascertained when the reviewed techniques are applied solely

to porous friction surfaces (PFS).

PHASE III--RUBBER BUILD-UP PARAMETERS DEVELOPMENT

Phase @Il required the field test of the evaluation procedure developed
in Phase I. This evaluation was conducted before and after rubber removal at
selected airports and airbases. Friction measurements using the Mu-Meter were
also obtained for future data analyses and correlation. The field testing was
conducted for various surface types including Portland Cement Concrete (PCC),
Asphalt Concrete (AC), and PFS pavements.

PHASE IV--DEVELOP RUBBER REMOVAL SPECIFICATIONS

This phase incorporates the results of Phases I and IIl into a concise
specification for rubber removal contracts. The intent of this final product
is to eliminate the undesirable attributes of existing specifications pre-
viously mentioned.

Phases IIl and IV are currently in progress at NMERI. The results of
these phases are to be published at a later date. Phase II has been completed
ahd is reported elsewhere (Ref., 3). The content of this report is a
discussion of Phase I. Included are a review of existing friction measurement
techniques, techniques for surface evaluation, final selection of field test
techniques, and design of the field evaluation experiment (Phase III). Also
included is a discussion on the development of a water distribution nozzle
suitable for performing wet friction tests with the Mu-Meter.




:E I1. FRICTION, HYDROPLANING, EFFECTS OF RUBBER DEPOSITS

o The development of friction between an aircraft tire and a pavement sur-
. face is a complex phenomenon. The theory relating two simple objects such as .
5 a tire and a pavement structure is not simple. When factors such as the A
influences of rain (wet surface), aircraft dynamics, variable pavement sur- :ij
faces, and pilot operational technique are also considered, a theoretical e
problem is produced that has become a lifetime study of many researchers in -
the aerospace and pavements industry. o

Yager (Ref. 6) discusses the principal weather, aircraft, runway, and
pilot factors which combine to affect aircraft ground-handling performance
during wet runway operations. These components are shown in flow-chart form
in Figure 1.

CE LT e e e
AU S

Figure 1 shows that atmospheric conditions and the runway geometry con-
trol the water depth on a runway. Aircraft tire design, inflation pressure,
and ground velocity coupled with the texture characteristics of the pavement
surface are shown to control the tire-pavement drainage capability. The water
depth and drainage capability govern the amount of tire-pavement friction A
available. The influence of aircraft design and pilot input are also known to ;;;4
influence the performance of an aircraft on wet runways. b,

g

In reviewing the factors which influence aircraft runway qerformance. N,
Yager (Ref. 6) states that several approaches are needed to alleviate the .

severity of the problem. These include continued pilot education and train-

ing, implementation of procedures for monitoring slippery runway conditions, L
implementation of procedures for notifying pilots when severe runway condi- =
tions exist, improvement of antiskid brake system performance, and prompt o
remedial treatment of runway surface drainage problems, It is also clear that e

ﬁ the quality of the pavement, from a surface texture standpoint, must be ;§~,
- ensured at the design, construction (quality control), and maintenance levels ]
- during the life of the pavement. Nt

TIRE-PAVEMENT FRICTION THEORY

As previously stated, the theory of tire-pavement interaction with regard N
to friction is quite involved. A number of major works have been written on ]
the subject of tire-pavement friction. The most notable theoretical discus- e
sions of this subject are by Moore (Ref. 7) and by Kummer (Ref. 8). While o
these authors emphasize the importance of tire and rubber design in friction |
development, they also note the importance of surface texture, particularly .

macrotexture and microtexture.

D

P IR
LR -
U :

6. Yager, T. J., Factors Influencing Aircraft Ground-Handling Perfor-
mance, NASA TM-85652, National Aeronautics and Space Administration, s

Hampton, Virginia, 1983.

7. Moore, D. F., The Friction of Pneumatic Tyres, Elsevier Scientific
Publishing Company, New York, New York, 1975.

8. Kummer, H. W., Unified Theory of Rubber and Tire Friction, Engineer- —

. ing Research Bulletin B-94, Pennsylvania State University, College of
. Engineering, University Park, Pennsylvania, 1966.
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Moore (Ref. 7) differentiates the macrotexture from the microtexture as
: follows. The individual asperities or stones in a pavement surface constitute
o the macrotexture, while the finer asperities (or grit) on the larger asperi-
ties (macrotexture) constitute the microtexture. Figure 2 illustrates the
difference between macro~ and microtexture. According to Moore (Ref. 7),

F typical wavelengths (1) associated with macrotexture are 6 to 20 mm (0.25 to
N 0.80 in), and for microtexture are 10 to 100 wm (0.0004 to 0.004 in).
; MACROTEXTURE

AL

FIGURE 2. PQVEMENT ROUGHNESS INDICATING MACROTEXTURE AND MICROTEXTURE

. "* l' l. IR .'. '-. ‘.. l.‘ ;
T L oo
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The classical laws of friction are often applied to rubber materials.
However, materials such as rubber do not conform to these laws. Kummer and
Meyer (Ref. 9) illustrate how rubber differs from the four classical laws
which state that:

1. Friction coefficient is independent of normal load. e
2. Friction coefficient is independent of contact area. ;.77
3. Friction coefficient is independent of sliding velocity and RN

temperature, 1
4, Friction coefficient at rest is higher than that in motion. ‘

Laws 1 and 2 combined indicate that the friction coefficient is independent of
normal pressure, Figure 3 compares the friction characteristics of rubber
with these classical laws,

Kummer and Meyer (Ref., 9) state that the main components of rubber fric-
tion are termed an adhesion component and a hysteresis component. The force S
required to pull a block of rubber over a surface (Fig. 4) is the sum of adhe- o
sional shear forces and hysteresis loss forces. The adhesion component is due oL
to the development of strong molecular forces at the interface of the two o

g materials. The hysteresis losses are attributed to the energy loss due to RO
g deformation of the two materials when in contact with each other. Smooth dry Co
) surfaces are known to develop strong adhesional forces, while hysteretic T

forces predominate on coarse textured surfaces. L

HYDROPLANING THEORY

The term hydroplaning is understood in general terms by almost anyone who
encounters it. A general definition of hydroplaning is the loss of traction

9. Kummer, H, W., and Meyer, W. E., Measurement of Skid Resistance,
Symposium on Skid Resistance, ASTM STP-326, American Society for Testing
and Materials, Philadelphia, Pennsylvania, 1962, pp. 3-28. -
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between tire and pavement due to the presence of a layer of water. Browne,
(Ref, 10) on pneumatic tire hydroplaning, states there are three types of
hydroplaning, viz., dynamic, viscous, and reverted tire rubber hydroplaning.

Dynamic h{drOplaning occurs when the amount of water encountered by the
tire exceeds the combined drainage capacity of the tire tread pattern and the
pavement macrotexture. It occurs in deep fluid layers where fluid inertial
effects predominate, The pressure on the tire surface increases with increas-
ing tire speed until it is greater than the internal tire pressure which
results in a complete separation of tire and pavement. It is commonly known
that the dynamic hydroplane velocity is proportional to the square root of the
tire pressure, Horne and Joyner (Ref. 115 found that

Vy = 1.84P 1y (1)

where V, is in meters per second and Piy 1s the tire inflation pressure in
kilopascals, Refinements of this equation have since been made; however, the
point of practical importance is that hydroplane velocity is proportionai to
the square root of the tire pressure.

Viscous hydroplaning occurs only on surfaces with 1ittle microtexture.
This lack of microtexture promotes a thin water film between tire and pave-
ment. This type of hydroplaning can occur at any speed and with any fluid
depth, Tire pressure is important in that it determines whether viscous
hydroplaning will persist at moderate or high speed; the greater the inflation
pressure, the more 1ikely viscous hydroplaning will develop rather than
dynamic hydroplaning.

Reverted tire hydroplaning occurs when large aircraft lock their wheels
(or spin-up at touch down) when moving at high speeds on wet pavement with
adequate macrotexture but little microtexture. Heat buildup at the tire-
pavement interface due to sliding causes the rubber to melt. The tire then
slides on a film of molten rubber, water, and steam,

Browne (Ref. 10) also states that the concept of a tire water skiing with
a flat surface is not true., Tires deform under the static and dynamic load-
ings imposed; if the tire did not deform, the speed at which hydroplaning
would occur would be markedly increased.

10. Browne, A. L., Mathematical Analysis for Pneumatic Tire roplaning,
Surface Texture Versus Skidding: Measurements, Frictional Aspects, and
Safety Features of Tire-Pavement Interactions, ASTM STP-583, American
Society for Testing and Materials, Philadelphia, Pennsylvania, 1975,
pp. 75-94,

11. Horne, W. B., and Joyner, U, T., Pneumatic Tire Hydroplaning and Some
Effects on Vehicle Performance, International Automative Engineering
ggggress. Society of Automotive Engineers, Detroit, Michigan, January




A more elaborate discussion of the tire-pavement interaction mechanism
during hydroplaning is presented by Moore (Ref. 12). Moore considers the case
of a tire rolling on a wet surface at speeds below the hydroplaning limit (or
velocity). Hydroplaning upward thrust exists in the wedge just ahead of the
contact area of the tire (Fig. 5a). The magnitude of this thrust is dependent
on such factors as effective tread width, water layer depth, tire inflation
pressure, vehicle velocity, and pavement surface texture. The contact area
itself is comprised of three zones (Fig. 5b) as follows:

1. Sinkage, or Squeeze-Film Zone. Under wet conditions, the forward
part of what would normally be considered the contact area under dry condi-
tions floats on a thin film of water, the thickness of which decreases pro-
gressively as individual tread elements traverse the contact area. Since the
tire, water-film, and road surface have virtually no relative motion in the
contact area, the tread elements in effect attempt to squeeze out the water
between rubber and pavement.

2. Draping, or Transition Zone. The draping zone begins when the tire
elements, having penetrated the squeeze film, commence to drape over the major
asperities of the surface and to make contact with the lesser asperities.

3. Actual Contact, or Tractive Zone. This is the region where the tire
elements, after draping, have attained an equilibrium position vertically on
the surface. The length of this region depends on vehicle velocity; it
occupies the rear portion of the overall contact area. Tractive effort is
developed here,

Horne (Ref. 13) states that the loss of tire friction on wet or flooded
pavements with speed is due to the combined effects of viscous and dynamic
hydroplaning. As speed increases, a transition occurs from viscous, to com-
bined viscous and dynamic, to full dynamic hydroplaning.

According to Horne (Ref. 13), the pavement macrotexture plays the impor-
tant role of providing escape channels for drainage of bulk water. Bulk water
drainage delays to much higher speeds the build-up of fluid dynamic pressures
which cause dynamic hydroplaning. A pavement with good microtexture combats
viscous hydroplaning. A good microtexture has a sharp-harsh-gritty feel to
the touch. A good microtexture penetrates the thin water-film coating of a
pavement surface; this penetration maintains dry contact between tire and
pavement, preventing viscous hydroplaning.

' Yager (Ref. 6) cites the three principal causes of hydroplanin?, dis-
cusses the contributing factors of each, and suggests methods for alleviatiny
or preventing them. Figure 6 shows Yager's (Ref, 6) discussion in tabular
form,

12. Moore, D. F., Prediction of Skid-Resistance Gradient and Drainage Char-
acteristics for Pavements,, Highway Research Record 131, Highway
Research Board, Washington, D.C., 1966, pp. 181-203.

13. Horne, W. B., Status of Runway Slipperiness Research, Presented at
NASA Conference on Aircraft Safety and Operating Problems, Hampton, Vir-

ginia, October 18-20, 1976.
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The generally accepted levels of wet friction value (Mu value) and asso-

ciated hydroplaning potential, according to Burk (Ref. 4), are shown in
Table 1. The stopping distance ratio (SDR), which is the ratio of stopping
distances of wet and dry pavement measured with the DBV, is also shown.

TABLE 1. HYDROPLANING POTENTIAL (Ref. 4)

Aircraft
Braking
Mu SOR Response Hydroplaning Response
(40 mph) (60 mph)
>50 1.0 - 2.5 Good No hydroplaning expected
: 42 - 50 2.5 - 3.2 Fair Transitional (not well defined)
!
| 25 - 41 3.2 -4.4 Marginal Potential for hydroplaning
<25 >4.4 Unacceptable Hydroplaning probability high

EFFECTS OF RUBBER DEPOSITS ON FRICTION LEVELS

. From the previous discussion, it becomes quite clear that rubber deposits
) in runway touchdown zones must have a detrimental affect on wet runway perfor-
mance from a frictional standpoint.

The friction level as previously stated is dependent on the amount of
texture present on the pavement surface. As rubber accumulates on a pavement
surface, both the microtexture and macrotexture are progressively reduced.
This is not a problem during dry weather operations since the adhesional com-
ponent is markedly increased resulting in a net increase in frictional coeffi-
cient, However, during wet runway operations, the net frictional level is
drastically reduced.

3 Rubber buildup tends to reduce the microtexture initially. Further

i buildup occludes the macrotexture. Reduction of microtexture in a wet envi-
ronment prevents the development of adhesional friction which can result in
viscous hydroplaning. Occluded macrotexture prevents the removal of bulk
water from the tire-pavement contact area, and also prevents the development
of the hysteresis frictional component., This lack of macrotexture can cause
dynamic hydroplaning.

various reports (Refs. 1, 4, and 5) indicate that wet friction levels are
lower in rubber covered areas as opposed to nonrubber areas. These reports
also show that removal of rubber improves the wet friction coefficients to
levels comparable to nonrubber-covered areas.
] In reporting the results of the National Runway Friction Measurement

Program (NRFMP), MaclLennan et al. (Ref, 14) found a strong relationship
between pavement type, macrotexture, and wet Mu values for pavements with and

: 14. MacLennan, J. R., Wench, N. C., Josephson, P. D., and Erdmann, J. B.,

» Natfonal Runway Friction Measurement Program, FAA-AAS-80-1, U.S.
Department of Transportation, Federal Aviation Administration, Washing-
ton, D.C., 1980.




without rubber buildup. Table 2 illustrates these relationships. Note that
the average wet Mu value on any pavement type is always greater for nonrubber-
Ny covered pavements than rubber-covered pavements. Also, the average texture
= depth tends to decrease with decreasing Mu value. It is important to note
1 that the texture depths for grooved pavements do not include the influence of
, the grooving, i.e., all texture measurements were obtained between the
~ grooves. In addition, the texture measurements were all obtained from
nonrubber-covered pavement areas.

Experience gained by the authors at NMERI indicate that pavement texture
I depth is also markedly increased after rubber removal. Tests conducted at a
major international airport using grease smear and sand patch volumetric tech-
niques showed up to a 40-percent improvement in texture depth after rubber
removal. Measurements included the effects of grooving, i.e., grease and sand
were allowed to enter the grooving during performance of these tests.

Figure 7 further illustrates the relationship obtained by Maclennan
(Ref. 14) between texture and wet Mu value. The degree of correlation is
expressed in terms of the varfability of the coefficient “a." It is interest-
ing to note that wet Mu values less than 50 were rarely measured during the
NRFMP. Mu values greater than 50 are generally considered acceptable as pre-
viously shown in Table 1.

D o PR

Other conclusions of the NRFMP were that rubber accumulation profoundly
affects surface friction, rubber removal improves surface friction, saw-cut
grooving improves friction and drainage and reduces the hydroplaning poten-

L tial, and friction enhancement due to grooving is greater in rubber areas than
- nonrubber areas. In addition, guidelines were developed for rubber removal
ii frequency for both low- and high-use runways.

In conducting research for the NASA, Horne (Ref, 1) found that high-pres-
sure water blast techniques performed well in removing rubber deposits from
concrete runways. Rubber removal was sufficient enough to restore full pave-
ment skid resistance (based on tests with a DBV).

With regard to high-pressure water rubber removal methods at four differ-
ent airports, Grisel (Ref. 5) found that virtually all rubber deposits were
removed from asphaltic runway surfaces by proper water-jet cleaning, and a
significant increase in wet surface friction was found in rubber deposit areas
after cleaning.

Review of a report on rubber removal processes by Burk (Ref. 4) indicates
that, in general, runway frictional values (wet Mu) increase after rubber
removal. However, the extent of improvement was not readily relatable to the
amount of rubber buildup or amount removed.




LS.

rv

"

e e o

L SN ape SrEL ash SNl Gt Aot s Seh AMl S SR e AR AR R

TABLE 2. RANKING OF PAVEMENT TYPES BY MEAN WET MU VALUE (REF. 14)
TEXTURE® WET MU VALUE
1 TYPE OEPTH .
A YP ] -

. PAVEMEN nx 10 ?0 io s Io [ ?0
Asphalt, Porous Friction Course 48.5 R ' 0
Asphalt, Chip Seal* 24.7 0
Asphalt, Microtexture, Grooved 12.7 R 0
Asphalt, Worn 35.0 0
Asphalt, Macrotexture 27.7 0
Concrete, Wire Tined, Grooved* 20.9 , 0
Concrete, Burlap Dragged, Grooved 11.9 R 0
Asphalt, Mixed Texture, Grooved 15.9 R 0
Asphalt, Macrotexture, Grooved 23.3 R 0
Asphalt, New, Grooved 15.3 R 0
Asphalt, Rubberized Chip Seal* 39.9 0
Concrete, Worn, Grooved* 12.8 0
Asphalt, Worn, Grooved* 24.7 0

_ Concrete, Microtexture, Grooved 11.0 R 0
Asphalt, Slurry Sealw 19.0 0
Concrete, Macrotexture, Grooved* 12.0 0
Concrete, Broomed or Brushed,

Grooved 10.5 R 0
Concrete, Wire Tined 22.2 R 0
Concrete, Wire Combed 18.0 0
Asphalt, Mixed Texture 19.3 R 0
Concrete, Macrotexturew 16.5 0
Asphalt, Microtexture 14.2 R 0

. Concrete, Float Grooved 12.5 R 0
Concrete, Worn* 12.8 0
Concrete, Broomed or Brushed 14.5 R o
Asphalt, New 12.5 R 0
Concrete, Microtexture 12.4 R 0
Concrete, Burlap Oragged 13.9 R 0

1§ ! [ ]
50 60 70 80

0 - Mean value with no rubber

R - Mean value in rubber areas (30 percent rubber accumutation)

* - Insufficient data to analyze in rubber area
+ - Texture depth by HASA grease smear test (Ref. 24) in non-rubber areas, the influence or
grooving not included for grooved pavements

15
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ITI. ROLLING FRICTION MEASUREMENT EQUIPMENT

In the introductory remarks, mention was made of the various types of
friction measurement equipment commonly used for evaluating the frictional
coefficient of runway (and highway) pavements. Five fairly common devices are
in use, namely the M. L. Aviation Mu-Meter, the Diagonally Braked Vehicle
(DBV), the Swedish Skiddometer, the Saab Friction meter, and the ASTM Skid
Trailer.

Two sliding friction devices used for evaluating small localized pavement
areas are the Penn State Drag Tester and the British Pendulum Tester.

According to Kummer and Meyer (Ref. 9), all friction measurement
equipment can be grouped into three categories:

1. Steady-state slip devices.
2. Steady-state sliding devices.
3. Nonsteady-state sliding devices.

The first group includes all the types of devices that operate at constant
slip in braking, driving, or cornering. Generally, the measured coefficients
are up to 35-percent higher than those of the second group. The second group
includes those measurement devices which determine the slidiny coefficient
(locked wheel) at constant velocity, Measurement equipment of the third group
are termed energy devices; kinetic or potential energy before a test is trans-
formed in whole or in part into frictional energy.

The Mu-Meter, Swedish Skiddometer, and Saab Friction Meter are all equip-
ment of the first group. The ASTM Skid Trailer is of the second group as is
the Penn State Drag Tester., The DBV and British Pendulum Tester can be clas-
sified as devices of the third group. The Penn State Drag Tester and 8ritish
Pendulum Tester will be described later in Section IV as they are sliding
friction equipment.

Williams (Ref. 15) categorizes rolling friction measurement equipment as
brake-slip or cornering-slip devices. Brake-slip is defined by

w-mt

Sb = (2)

(]

where
= slip ratio, braked

w
(=g
1

€
]

angular velocity of a freely rolling or unbraked tire, which corre-
sponds to the vehicle velocity

wy = angular velocity of the slipping tire or torqued wheel (braked
wheel)

For a free~-rolling wheel, the slip ratio is zero; and for a locked wheel, the
ratio is unity. Figure 8 illustrates that the maximum braking friction coef-
ficient develops when Sy is approximately 0.15 to 0.20. Thus, the maximum

——n

15. Williams, J. H., Analysis of the Standard USAF Runway Skid Resistance
Tests, AFCEC-TR-75-3, Air Force Civil Engineering Center, Tyndall Air
Force Base, Florida, 197S.
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braking deceleration for an aircraft occurs when the slip ratio is held in
this range (also termed incipient skid) and not when the wheels are locked
(which occurs during emergency situations). The Swedish Skiddometer, DBV,
Saab Friction Meter, and Highway Skid Trailer (ASTM E-274) all operate on the
principle of brake-slip. The Swedish Skiddometer and Saab Friction Meter
operate at a constant slip ratio near the incipient skid, while the DBV and
ASTM Skid Trailer operate at a slip ratio of unity.

Cornering-slip occurs when a slip angle develops between the direction of
motion and the plane of the tire (this is also referred to as toe-in or toe-

out), Figure 9 illustrates the forces developed on a tire during cornering-
slip. The cornering-slip friction coefficient is
F
o= (3)
s Fy
where

Fv = normal wheel load

Fc = cornering-slip force.

For a yawing-unbraked tire, the maximum cornering-slip coefficient is produced
at some critical yaw angle (see Fig. 10).

The angle of yaw is that angle
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between the direction of travel and the plane of the tire. The Mu-Meter oper-
ates in this side-cornetring mode of operation.

The Mu-Meter is a lightweight, three-wheeled trailer unit which is towed
by a standard vehicle (Fig. 11). A remote readout operated from the tow vehi-
cle cab grovides distance measurement and average friction value (Mu value).
The trailer unit is comprised of a triangular frame on which are mounted two
friction-measuring wheels, a rear wheel which drives a recorder, measures
distance and stabilizes the unit, a load cell, and a strip chart recorder

Fig. 12). When the Mu-Meter is towed over a test section, the toed-out
approximately 15-deg included angle) smooth-measuring tires tend to move
apart. The tires are restrained from this lateral movement by a load cell
mounted between the fixed and pivoted side frame members. The load cell
transmits this restraining force to the strip chart recorder by hydraulic
pressure through a flexible tube. The rear wheel drives the recorder (approx-
imately 1 in per 150 ft), Thus, a continuous analog output of side-force
friction (or cornering-slip friction) versus distance is obtained. An inte-
grator provides output to the remote readout of the average friction value
over each 450-ft increment (Ref. 16). For further information on the Mu-
Meter, refer to Reference 17.

FIGURE 11. MU-METER AND TOW VEHICLE

16. Standard Test Method for Side Force Friction on Paved Surfaces Using
the Mu-Meter, ASTM Designation E-670-79, Annual Book of ASTM Standards,
Vol. 04,03, American Society for Testing and Materials, Philadelphia,
PennSylvanfa. 1984,

17. Mu-Meter Instruction and Servicing Manual, M. L. Aviation Company,
Ltd., White Watham Aerodrome, Maidenhead, Berkshire, England, January
1975.
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18. Standard Specification for Smooth-Tread Standard Tire for Special-Pur- N

The DBV is generally a standard automobile which has been modified to
permit braking of one front wheel and the diagonally opposite rear wheel. The
other pair of dfa?onal wheels are allowed to roll freely (unbraked) permitting

directional stability and control during diagonal wheel braking. The tires
generally used with the DBV are smooth tires conforming to ASTM E-524

(Ref, 18); these smooth tires ensure repeatability and eliminate the effects,
of tire-tread design on braking performance. The skid resistance characteris-
tic of a runway obtained with the DBV is the SDR. The SDR is the ratio of
wet-pavement stopping distance to dry-pavement stopping distance for a given
pavement section. Frictional coefficients can be calculated for both the wet
and dry stopping distances.

The Swedish Skiddometer is a three-wheeled trailer which measures and
records the brake-slip coefficient at an approximate 12.7-percent brake-slip
ratio. The Skiddometer is the instrument currently used by Transport Canada
for ev;luating runway friction (the Mu-Meter is used as an alternative
device).

The Saab Friction Meter is a brake-slip friction coefficient device. It
is installed as a fifth wheel in a late model Saab automobile. All data
acquisition and recording equipment is self-contained in the automobile.

The ASTM Skid Trailer (Ref. 19) measures skid resistance (frictional
level) with a full-scale automotive tire. A braking system locks the test
tire on the skid trailer when the trailer is at constant velocity. The resul-
tant friction force is measured and compared to the normal force. The ratio
of these values (x 100) is a frictional coefficient termed a skid number.

All of the test procedures for the above five pieces of equipment can be
performed on either dry or wet pavements. Generally, wet tests are conducted.
Wet tests require the use of a suitable water distribution system to ensure a
uniform water depth in front of the test tires.

Ballentine (Ref. 20) found a good correlation between Mu-Meter data and
DBV data. The relationship and correlation obtained were comparable to that
found in a British study.

Ballentine, (Ref. 20) in conducting research for the Air Force Weapons
Laboratory, found that statistically significant differences exist when fric-
tion measurements are obtained in the opposite direction of normal travel.

pose Pavement Skid-Resistance Tests, ASTM Designation E-524-82, Annual T
Book of ASTM Standards, Vol, 04.03, American Society for Testing and O
Materials, Philadelphia, Pennsylvania, 1984. ~ 1

19. Standard Test Method for Skid Resistance of Paved Surfaces Using a oo
Full-Scale Tire, ASTM Designation E-274-79, Annual Book of ASTM Stand- e

ards, Vol, 04.03, American Society for Testing and Materials, Philadel- AR
phia, Pennsylvania, 1984. v

20, Ballentine, G. D., The Afr Force Weapons Laboratory Skid Resistance RSN
Research Program, 1969-1974, AFWL-TR-74-181, Air Force Weapons Labora- AN
tory, Kirtland Air Force Base, New Mexico, 1975. e




Apparently, many runway pavements are more polished in one direction than the
other due to traffic patterns.

Ballentine's (Ref. 20) work suggests that Mu-Meter testing should be
conducted in the direction of normal travel, Rubber build-up is always
located in the touchdown zone at the end of the runway. Mu-Meter testing must
be conducted from the end of the runway for which rubber removal is being
evaluated (i.e., direction of travel is the same as the landing aircraft).




IV. SURFACE CHARACTERIZATION TECHNIQUES

The pavement surface characteristic of importance with respect to fric-
tion is the surface texture. In a recent state-of-the-art publication,
Wambold et al, (Ref. 21) state, “It is now generally agreed that the skid
resistance of a pavement is controlled by the surface texture characteris-
tics.”

An extensive literature search by Wambold et al. (Ref. 21) revealed 41
commonly or recently used methods of measuring surface texture. These tech-
niques produce a wide variety of texture characteristics including surface
tracings, RMS texture depth and slope, average texture depth, mean void width,
outflow time, and tire noise generated between tire and pavement.

The measurement techniques reviewed were divided into three categories
according to the texture property being measured. The three categories were:

1. Direct profile measurement methods.
2. Direct measurements yielding average texture values.
3. Indirect texture measurement techniques.

These texture measurement techniques are listed in Table 3.

The work of Wambold et al. (Ref. 21) cites the importance of the two
components of texture {macro and micro) on surface friction. They found that
the most conceptually satisfying model relating friction and texture charac-
teristics is that developed by Leu and Henry (Ref. 22), viz.,

SNy = C, exp (C,V) (4)

where SN is the skid number (or friction value), V is the velocity of the
equipment performing the friction measurement, and Cy and C, are reygyression
coefficients which define the skid number velocity gradient. This model is
consistent with known skid number, texture, and velocity relationships in that
the coefficient C, (the low-speed skid number) can be correlated with micro-
texture alone, while coefficient C; is dependent on macrotexture alone.

Numerous reports have emphasized the importance of microtexture and
macrotexture on the low-speed friction value and the friction-velocity gradi-
ent, respectively.

21. Wambold, J. C., Henry, J. J., and Hegmon, R. R., Evaluation of Pavement
Surface Texture Significance and Measurement Techniques, Wear, Vol. 83,
No. 2, 1982, pp. 351-368.

22. lLeu, M. C., and Henry, J. J., Prediction of Skid Resistance as a Func-
tion of Speed From Pavement Texture Measurements, Transportation
Research Record 666, Transportation Research Board, Washington, D.C.,

1978, pp. 7-13.
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For example, Smith and Fuller (Ref, 23) have found that texture, speed,
and friction value are interrelated. Figure 13 illustrates this relationship.
The highway skid number (friction value) is seen to increase with texture for
the pavements surveyed. With increasing velocity, the skid number is seen to
decrease for a given surface.

Leland et al. (Ref. 24) found similar results for aircraft traveling over
a flooded runway at speeds from 25 to 100 knots. Figure 14 illustrates their
results.

Gallaway et al. (Ref. 25) ascertained that microtexture measurements were
indicative of low-speed frictional values. A coarse and fine profiling device
was used in combination to predict the skid number at 20 mi/h. Macrotexture
measurements (such as sand patch and silicone putty) were found to predict the
decrease in skid number from 20 to 60 mi/h,

Henry and Dahir (Ref. 26) have found that adequate microtexture must be
present for adequate skid resistance while adequate macrotexture is required
to maintain this skid resistance at high speed. Their study was conducted
using a highway skid trailer on bituminous surfaces. The mathematical model
used was of the same form as Equation 4.

Figure 15 shows the data obtained by Henry and Dahir (Ref. 26). For
example, they found that the most useful measurements of microtexture and
macrotexture were the British Pendulum Tester and the sand-patch test, respec-
tively. By using regression equations of the form cited in Equation 4, the
lTow-speed skid number can be estimated by the microtexture measurement and the
decrease in skid number with velocity by the macrotexture measurement. In
other words, constant C_ and C. of Equation 4 are predicted by microtexture
and macrotexture measurgments, respectively, Based on profiling measurement
techniques with subsequent power spectrum analysis, Henry and Dahir (Ref. 26)
ascertained that texture components with wavelengths less than 0.5 mm
(0.020 in) can be considered microtexture, while greater wavelengths are
associated with macrotexture,

23. Smith, L. L., and Fuller, S. L., Florida Skid Correlation Study of
1967-Skid Testing With Trailers, ASTM-STP-456, Highway Skid Resistance,
American Society for Testing and Materials, Philadelphia, Pennsylvania,
1968, pp. 4-101.

24, Leland, T.J.W., Yager, T. J., and Joyner, U. T., Effects of Pavement
Texture on Wet-Runway Braking Performance, NASA TN D-4323, National
Aeronautics and Space Administration, 1968.

25, Gallaway, B. M., Epps, J. A., and Tomita, H., Effects of Pavement Sur-
face Characteristics and Textures on Skid Resistance, Report No. 138-4,
Texas Transportation Institute, Texas A&M University, College Station,
Texas, 1971.

26. Henry, J. J., and Dahir, S. H., Effects of Textures and the Aggregates
that Produce Them on the Performance of Bituminous Surfaces, Transpor-
tation Research Record 712, Transportation Research Board, Washington,
D Co. 1979’ ppo 44'50-
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Friction-velocity gradient values are often times ascertained in friction
measurement research and evaluation. Olson et al. (Ref. 27) also make use of
the percentage gradient which reflects the relative position of the friction
velocity curve, Figure 16 illustrates the gradient and percentage gradient
and their respective calculation. Most pavement friction researchers are of
the opinfon that the gradient or percentage gradient is indicative of the
macrotexture, conversely, macrotexture can be used to predict the gradient.

Ashkar (Ref, 28) also states that the fine-scale texture (microtexture)
of the pavement is the predominant factor determining the skid resistance
between tire and pavement at low speeds, while the rate of decrease with speed
in the frictional coefficient is dependent on the larger scale texture (macro-
texture). Thus, for a wet pavement to have adequate skid resistance at high
speed, it is essential that the asperities on its surface be sufficiently
large and angular or that the surface have sufficient drainage
characteristics.,
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GRADIENT (G) = Nzo 7. Neo
GRADIENT (G.) = §ﬂ5&;5-9

PERCENT GRADIENT (PG) = g; x 100 = §52&—§ﬁ§%11 x 100

FIGURE 16. GRADIENT AND PERCENTAGE GRADTENT CALCULATIONS (REF. 27)

27. Olson, R. M., Johnson, J, H., and Gallaway, B. M., Vehicle-Pavement
Interaction Study, Report No. 138-7F, Texas Transportation Institute,
Texas A&M University, College Station, Texas, 1974.

28. Ashkar, B, 4., Development of a Texture Profile Recorder, Research T
Report No. 133-2, Texas Highway Department, 1970. IR
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There are a variety of techniques for appraisiny ?avement texture as
outlined by Rose et al. (Ref. 29). They can be generally classified as
follows:

1. Volumetric measurements.
2. Profile measurements.

3. Topographic measurements,
4., Contact measurements.

5. Noncontact measurements,
6. Drainage measurements.

7. Dynamic measurements.

8. Miscellaneous.

Each of the measurements listed in Table 3 (Wambold et al., Ref. 21) can be
classified according to the techniques listed above.

VOLUMETRIC MEASUREMENTS

This type of measurement yields an average texture depth of the pavement
surface, It is predominantly a macrotexture technique since the microtexture
has little influence.

In these types of tests, a known volume of test material is uniformly
spread on the pavement surface. The test material is applied in such a manner
that the surface voids or texture are filled in with just the asperity tips
flush with the surface. The area of coverage is ascertained. The ratio of
volume to area yields the average texture depth.

Three types of volumetric measurements are commonly made; they are the
NASA grease smear, the silicone putty test, and the sand patch test. The
sand patch and grease smear procedures use 25 cm3 and 15 cm3 of material
respectively, while the silicone putty uses 12.87 cm3.

The NASA grease smear test is described by Leland et al. (Ref. 24), The
sand patch test has recently become an ASTM standard (E-965) (Ref. 30), The
silicone putty test has been widely used at the Texas Transportation Institute
and the Texas Highway Department, The sand patch and silicone putty proce-
dures are detailed in Appendix A.

PROFILE MEASUREMENTS

Ashkar (Ref. 28) cites the development of a texture profile recorder for
measuring the macrotexture on highway pavements. This device was designed to
magnify the surface texture profile as a stylus is drawn across the pavement

29. Rose, J. G., Hutchinson, J. W., and Gallaway, B, M., Summary and Analy-
sis of the Attributes of Methods of Surface fexture Measurement, ASTM

STP-530, American Society for Testing and Materials, Philadelphia, Penn-
sylvania, 1973.

30. Standard Test Method for Measuring Surface Macrotexture Depth Using a
Sand Volumetric Technique, ASTM Designation E-965-83, Annual Book of
ASTM Standards, Vol, 04.03, American Society for Testing and Materials,

Philadelpnia, Pennsylvania, 1984,
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surface. The movement of the stylus results in a magnified texture profile
scribed on a chart., In addition, the upward vertical excursions are recorded
on a counter which represents the cumulative peak heights of the surface
texture.

Forster (Ref. 31) studied the microtextural profiles of laboratory-
prepared samples using an optical image system. The profiles were character-
ized by average asperity height, average asperity density, and average asper-
ity shape factor., Correlation with data obtained by the British Pendulum
Tester, which measures the friction of a pavement surface due to microtexture,
indicates that the asperity shape factor correlates the best. Forster
(Ref. 31) also states that the critical wavelength separating micro- and
macrotexture is on the order of 0.5 mm (0.020 in). This is in agreement with
other studies regarding this critical wavelength,

The Texturemeter, developed at the Texas Transportation Institute
(reported by Scrivner and Hudson, Ref., 32), is used to measure macrotexture.
This instrument consists of a series of evenly spaced parallel rods mounted in
a frame. Each of the rods is spring-loaded and free to move independently of
each other, A taut line passes through each rod; one end of the line is
fixed, while the other is attached to a dial indicator. When the frame is
pressed against a pavement surface, each of the rods deflects in an amount
dependent on the texture of the surface. This causes the string to form a
zigzag line causing the dial gage to register a reading. The higher the read-
ing, the more texture on the pavement surface, Average peak height of the
texture can be calculated from the dial reading.

STEREOPHOTOGRAPHY

Schonfeld (Ref. 33) has developed a photointerpretation method of texture
classification. This procedure views the pavement surface as a geometric
structure quantified by six parameters, viz.,, height, width, angularity, dis-
tribution, harshness of projections above the matrix, and harshness of the
matrix itselif. This photointerpretation method makes use of a simple stereo-
photographic technique. The purpose of the classification method is to corre-
late pavement texture with test results of skid testing devices. Regression
analyses of Schonfeld parameters with skid trailer test results

31. Forster, S. W., Aggregate Microtexture: Profile Measurement and
Related Frictional Levels, FHWA/RD-81/1G7, U.S. Department of Transpor-
tation, Federal Highway Administration, Washington, D.C., 198l.

32. Scrivner, F. H., and Hudson, W. R., A Modification of the AASHO Read
Test Serviceability Index Formula, Reccrd No. 46, Highway Research
Board, Washington, D.C., 1964,

33. Schonfeld, R., Photo-Interpretation of Pavement Skid Resistance in
Practice, Transportation Research Record 523, Transportation Research
Board, Washington, D.C., 1974, pp. 65-75.
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yielded correlation coefficients in the range of 0.8 to 0.9. The stereophoto-
?raphic gquipment used is described further in ASTM Standard Test Method E-770
Ref. 34).

The stereophotographic method is a comprehensive procedure because it
appraises the significant characteristics of the asperities that interact with
the tire. It relates well with wet skid resistance, but it is somewhat
tedious, subjective, and time consuming,

A report by Howerter and Rudd (Ref. 35), for the State of Maryland,
showed that automation of the above described Schonfeld (Ref. 33) method was
feasible. Electronic photogrammetric techniques were adapted to obtain digi-
tal data describing the pavement surface. Algorithms were developed to pro-
cess these data and classify the surface texture parameters,

Extending the work of Schonfeld (Ref. 33), Holt and Musgrove (Ref. 36)
develped a semiautomated system for evaluating the six texture parameters
obtained from stereophotography. Making use of a Zeiss Stereocord G-2 system
with peripherals, an image-processing system suitable for gathering, process-
ing, and storage of digital data from stereophoto pairs was developed. The
system was designed to produce accurate digital profile data, manipulate the
data, record, and store data for future manipulation.

Software was developed and algorithms perfected for measuring and evalu-
ating the texture parameters. Profiling routines were developed to scan the
photographs in two different directions with subsequent digitizing for future
analysis.

Further work is underway by Musgrove and Kazakov at the Ontario Ministry
of Transportation and Communications (per personal communication). This work
will improve the resolution of the profile measurements by employing more
advanced stereo analysis equipment., Also, computer software is under develop-
men% to perform more advanced data analysis techniques such as power spectrum
analysis.,

The use of stereophotography was employed by Cechetini (Ref. 37) in a
study of rutting effects by studded tires. Profile measurements were obtained

34. Standard Test Method for Classifying Pavement Surface Textures, ASTM
Designation E-770-80, Annual Book of ASTM Standards, Vol. 04.03, American

Society for Testing and Materials, Philadelphia, Pennsylvania, 1984,

35. Howerter, E. D., and Rudd, J. T., Automation of the Schonfeld Method
for Highway Surface Texture Classification, Maryland State Highway
Administration, Brooklandville, Maryland, 1975.

36. Holt, F. B., and Musgrove, G. R., Surface Texture Classification: A
Guide to Pavement Skid Resistance, ASTM STP-763, Pavement Surface Char-
acteristics and Materials, American Society for Testing and Materials,
Philadelphia, Pennsylvania, 1982, pp. 31-44,

37. Cechetini, J. A., The Effects of Studded Tires on Pavement Surfaces in
California, CA-TL-79-04, California Department of Transporatation,
Sacramento, California, 1979.
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using a stereocomparator. The change in profile over a winter season was
indicative of the effects of studded tires.

The NRFMP also conducted stereophotographic measurements; the conclusion
gained from these data was that future analysis of stereophotos could provide
significant findings on the characteristics of texture which produce desirable
friction,

BRITISH PENDULUM TESTER AND PENN STATE DRAG TESTER

The British Pendulum Tester is a dynamic pendulum impact-type tester used
to measure the energy loss when a rubber slider edge is propelled over a test
surface. The measured value is termed the British Pendulum Number (BPN} which
can be converted to a frictional coefficient,

In conducting a test, the pendulum is raised to a locked position (90 deg
from surface), when released, the slider attached to the pendu?um swings
across the surface to be measured. The greater the friction between the
slider and test surface, the more the swing through is retarded, and the
larger the BPN,

This method has been shown by numerous authors to be representative of
the friction component attributed to microtexture. The British Pendulum
Tester is described in detail in ASTM E-303 (Ref. 38).

The Penn State Drag Tester is essentially a two-wheeled cart with a rub-
ber slider attached. When pushed over a test surface, the rubber slider
resists motion. The force, parallel to the test surface, which acts on the
slider registers an output on a dial gage via a hydraulic cylinder. The out-
put is termed a Drag Test Number (DTN} and is easily converted to a frictional
coefficient. The development of the dray tester is described by Kummer
(Ref. 39). Appendix B of this report contains a description of the dray
tester.

In another report, Kummer (Ref. 40) describes the excellent correlation
between the Penn State Drag Tester and the British Pendulum Tester. Since the
pendulum tester results are indicative of microtexture, then the drayg tester
results must also be representative of microtexture based on the excelient
correlation cited above.

38. Standard Method for Measuring Surface Frictional Properties Using the
British Pendulum Tester, ASTM Designation E-303-83, Annual Book of ASTM
Standards, Vol. 04.03, American Society for Testing and Materials,

Philadelphia, Pennsylvania, 1984.

39, Kummer, H. W., The Penn State Drag Tester, Report No. 7, Joint Road
Friction Program, Pennsylvania Department of Highways, Pennsylvania State
University, Department of Mechanical Engineering, University Park,
Pennsylvania, 1963.

40. Kummer, H. W., Correlation Tests With the Penn State Drag Tester,
Report No. 9, joint Road Friction Program, Pennsylvania Department of

Highways, Pennsulvania State University, Department of Mechanical
Enygineering, University Park, Pennsylvania, 1964.
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CHALK WEAR TEST

A recently suggested method for evaluating the microtexture of a pavement
surface is the chalk wear test proposed by Burk (per USAF memorandum, 1979).
This wear device consists of a wheeled cart with a swing arm and chalk holder.
The chalk holder incorporates a threaded rod to adjust the amount of exposed
chalk, The apparatus is machined out of aluminuin to reasonable tolerances to
ensure a precise normal surcharge on the pavement.

The length of exposed chalk is measured prior to testing. The chalk cart
is then pushed across the test surface causing the chalk to wear. The differ-
ence in chalk length divided by the length of travel yields a chalk wear

coefficient.

After extensive discussions with members of ASTM Committee E-17 {Traveled
Surface Characteristics), Burk (per USAF memorandum, 1979) concluded that this
test was a viable procedure for evaluating surface microtexture.

The authors have had similar responses at recent E-17 meetings. For
example, Mr, Walter Horne (formerly with NASA) was of the opinion that Burk's
chalk wear value should be highly influenced by the level of microtexture on
the pavement surface (per personal communication, December 1983),

OUTFLOW (DRAINAGE) DEVICE

To evaluate surface texture, Moore (Ref. 12) developed a simple instru-
ment called an outflow meter (Fig. 17). Moore's outflow meter was used to
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compare the relative drainage capability of different surfaces. Outflow data el
were also used to estabiish the friction-speed gradient for different BN
surfaces.

o

In the use of the outflow meter, Moore (Ref. 12) developed a mathematical o
model (based on a hydrodynamic analogy) to account for the affects of both S
macro- and microtexture on outflow time. Uniformly machined plates (one with
a cubed asperity surface and one with a square pyramid asperity surface) were
used to evaluate this theory and to calibrate the meter.

.
.
8
<

Moore (Ref. 12) also describes a profiling device (profilometer) which o
compared quite well with outflow meter measurements. S

NON-CONTACT TECHNIQUES

L

Various systems for performing high-speed non-contact texture measure- - -
ments have been developed and evaluated. The following paragraphs describe a b 1
few of these. T
Her, et al. (Ref. 41) describe a non-contact high-speed method of obtain- i

ing texture profile from a vehicle moving at highway speeds. Their system T
utilizes a light-sectioning technique in which a strobed band of light with PR
high infrared content is projected onto the pavement. A camera with high U
infrared sensitivity views the band at an angle. The resulting pictures from e
each strobe are stored in a frame grabber and processed by detecting the SR
shadow along the lead edge of the band to produce a macrotexture profile. o]
Further development and improvements may yield a practical texture profile B
acquisition system. r__J

Gee et al. (Ref. 42) found that laser depolarization can serve as an
unambiguous descripter of surface textural characteristics., Limited dynamic
testing indicated that laser data correlates reasonably well with both skid
resistance and conventional coarse texture measurement data. This system R
offers a noncontact, real time technique of texture measurement. i

- -

Harr and Elton (Ref. 43) describe a noncontact, nondestructive method :

that allows the measurement of pavement texture in addition to loaded and

——

41, Her, 1., Henry, J. J., and Wambold, J. C., Development of a Data Acqui-

sition Method for Noncontact Pavement Macrotexture Measurement, -
Presented at the 63rd Annual Meeting of the Transportation Research :
Board, Washington, D.C., 1984.
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42, Gee, S., King, W. L., Jr., and Hegmon, R. R., Pavement Texture Measure-
ment by Laser, A Feasiblity Study, Surface Texture Versus Skidding: ;
Measurements, Frictional Aspects, and Safety Features of Tire-Pavement -
Interactions, STP-583, American Society for Testing and Materials, -
Philadelphia, Pennsylivania, 1975, pp. 29-40.

43, Harr, M. E., and Elton, D. J., Non-Contact, Non-Destructive Airport
Pavement Profile, Texture, and Deflection Measurements, DOT/FAA/PM-
83/14, U.S. Department of Transportation, Federal Aviation Administra- -
tion, Washington, D.C., 1983. RN
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unloaded profiles. This technique uses a series of four laser distance mea-
surement gages mounted on the side of a vehicle, three of which are outside

the influence of the load wheel, with the fourth being adjacent to the load

wheel. The sampling rate is fast enough that the standard deviation of the

readings (over a short distance) is indicative of the texture.

Studies at the Pennsylvania Transportation Institute (PTI) by Veres
et al. (Ref. 44) indicate that tire noise measurements can be used to
distinguish pavements of different macrotexture. A correlation was found to
exist between the skid number speed gradient and the near-field tire noise at
a frequency band in the vicinity of 1600 Hz. Continued efforts at PTI are
being directed at enhancement of decibel output and more sensitive techniques
of weighing the noise spectra.

OTHER TEXTURE AND FRICTION MEASUREMENT EFFORTS

Yager and Buhlmann (Ref. 45) evaluated 3 volumetric techniques and 2
outflow meters on 15 different pavement surfaces. The silicone putty test,
NASA grease smear test, and sand patch test were the volumetric tests evalu-
ated. In terms of average texture depth, the grease smear results were
58 percent of the sand patch results and 43 percent of the silicone putty
resu}ts. Silicone putty results were 7 percent higher than the sand patch
results.

The outflow devices yielded markedly different outflow times on the same
pavement section. This is attributed to the difference in design, specifi-
cally with regard to the rubber seal separating the pavement and water reser-
voir. The different rubber seal design produces significantly different
bearing pressures between the seal and pavement.

Comparison of British pendulum test data with volumetric measurements and
outflow data was poor. This is attributed to the fact that surface microtex-
ture has a greater influence on British pendulum results than does the surface
macrotexture as measured by texture depth or outflow drainage time.

Correlation between the individual volumetric techniques and the individ-
ual outflow devices was reasonably good. In general, outflow time increased
with decreasing texture depth.,

44, Veres, R. E., Henry, J. J., and Lawther, J. M., Use of Tire Noise as a
Measure of Pavement Macrotexture, Surface Texture Versus Skidding: Mea-
surements, Frictional Aspects, and Safety Features of Tire-Pavement
Interactions, STP-583, American Society for Testing and Materials,
Philadelphia, Pennsylvania, 1975, pp. 18-27.

on a Variety of Concrete and Asphalt Surfaces, ASTM STP-763, Pavement
Surface Characteristics and Materials, American Society for Testing and
Materials, Philadelphia, %ennsylvania, 1982, pp. 16-30.

1
45, Vvager, T. J., and Buhlmann, F., Macrotexture and Drainage Measurements -
co )
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Gallaway and Rose (Ref. 46) evaluated pavement surface macrotexture using
. the profilograph, texturemeter, sand patch, and silicone putty test methods.
They found that all four of these test techniques correlated favorably with
‘; each other. Correlation of these test techniques with skid trailer data indi-
cated that the skid number velocity gradient data related the best with these
macrotexture test parameters.

e

Henry and Hegmon (Ref. 47) state that skid resistance on wet pavements
always decreases with increasing speed. The rate of this decrease is smaller
for coarser textured pavements (higher macrotexture). Thus, the dependence of
wet skid resistance on speed is clearly related to the drainage capability of
the tire-pavement contact area.

Henry and Hegmon (Ref, 47) evaluated two texture measurement techniques,
viz., the outflow meter and the profile tracer (profilograph). The outflow
meter measures the drainage capability of a pavement as affected by texture
(both micro and macro have an influence) and pavement porosity. The outflow
meter, developed by Moore (Ref. 12), has been illustrated in Figure 17. The
timed outflow of water is indicative of the pavement texture and porosity.
Their profile tracer employed a stylus (1.6-mm-diameter steel with a 20-deg
cone and a tip radius of 0.125 mm) with a transducer follower. The output
yields a profile of a pavement surface.

The outflow meter data obtained by Henry and Hegmon (Ref. 47) did not
yield an acceptable correlation between the skid number speed gradient and
timed outflow. Profile parameters (first and second derivatives of profile
elevation) derived from profile autocorrelations and spectral densities proved
to correlate well with the percent skid number gradient (PSNG) at a 40-mi/h
velocity. This relationship is shown in Figure 18 where percent skid number
is related to a product of the first and second derivatives of profile
elevation,

Hill and Henry (Ref. 48) state that the British Pendulum Number (BPN)
obtained from the British Pendulum Tester can be used to predict the skid
number at zero speed. In other words, the BPN predicts the intercept value
‘friction value) of a friction versus velocity curve.

46. Gallaway, B. M., and Rose, J. G., Macro-Texture Friction, Cross Slope,
and Wheel Track Depression Measurements on 41 Typical Texas Highway Pave-
ments, Report No. 138-2, Texas Transportation Institute, Texas ASM
University, College Station, Texas, 1970.

47. Henry, J. J., and Hegmon, R. R., Pavement Texture Measurement and Eval-
uation, Surface Texture Versus Skidding: Measurements, Frictional R
Aspects, and Safety Features of Tire-Pavement Interactions, STP-583, I
American Society for Testing and Materials, Philadelphia, Pennsylvania, e
1975, pp. 3-17.

48, Hill, B. J., and Henry, J. J., Surface Materials and Properties Related e
to Seasonal Variations in Skid Resistance, ASTM STP-763, Pavement Sur- .
face Characteristics and materials, American Society for Testing and _——
Materials, Philadelphia, Pennsylvania, 1982, pp. 45-60. cd
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In conducting studies on the effectiveness of reflective coatings for
hangar floors, Hearst (Ref. 49) found that the British Pendulum Tester
- appeared to be appropriate for measurement of slip resistance.

49, Hearst, P. J., Reflective Coatings for Hangar Floors--Laboratory
Studies and Inftial Field Test Results, TM No. 52-84-06, Naval Civil
Engineering Laboratory, Port Hueneme, California, 1983,




V. SELECTION OF FIELD TEST TECHNIQUES

The pavement surface characteristic that governs the amount of friction
between tire and pavement has been shown to be texture. Pavement texture can
be broken into two components, viz., the macrotexture and microtexture. The
microtexture controls the low-speed friction characteristics. The macrotex-
ture is influential on the decrease in friction level with speed. Therefore,
to define the friction characteristics of a pavement by using a surface mea-
surement technique, both macro- and microtexture must be evaluated.

In evaluating surface texture, a macrotexture test and microtexture test
must be used in conjunction. However, single test techniques which can mea-
sure the entire pavement spectra (macro- and microtexture components) may be
used alone.

r In the introductory remarks, it was stated that simple, inexpensive test
techniques which are operator insensitive are desirable for measuring rubber
build-up on runways. Correlation of these test techniques with Mu-Meter fric-
tion data will enable the development of specifications and guidelines for
determining when rubber should be removed and when satisfactory completion of
rubber removal has been accomplished.

PRELIMINARY SELECTION

In the report by Wambold, Heary and Hegmon (Ref. 21), the statement is
made that high-speed measurements of microtexture are difficult to obtain and,
in general, the measurement of microtexture must be by a static method. The
static methods most commonly used fer evaluating microtexture are microtexture
profiling equipment, the British Pendulum Tester, and the Penn State Drag
Tester,

Y

Jne of the requirements of the test selection scheme is that the test
procedures be simple. Also, the procedures must not require extensive train-
ing or presume a prescribed level of training or education.

With this constraint in mind, the noncontact equipment requiring elec-
tronic equipment and special sophisticated calibration procedures were elimi-
nated from consideration. These included the various light, laser, tire
noise, and shadow techniques. In addition, many of these techniques require
interpretive skills unavailable to most field technicians or airport manager-

ial personnel.
e The outflow meter was considered for inclusion in a field test matrix.
S However, as the analysis by Moore (Ref. 12) indicates, the influence of macro-
- and microtexture on outflow time are both important. This is analogous to the
- flow of water through a pipe network, whereby the flow rate is governed by the
i pipe size and roughness of the pipe surface. The separation of the effects of
- macro- and microtexture on outflow data is not an easy task from a mathemati- ol
Ej, cal standpoint. Therefore, the outflow measurement equipment was eliminated R
- from further consideration, NS
r:’ :' -
The volumetric techniques are considered a good descriptor of macrotex- o ]
ture. Good correlations between macrotexture and friction-speed gradient have ,ﬁ,w
39
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been obtained as cited previously. The profiling techniques and Texturemeter
were also considered for macrotexture determination.

During preliminary review of the various techniques, the only combined
macro/microtexture method felt worthy of further consideration was the stereo-
photographic technique of Schonfeld (Ref. 33). The excellent correlations
obtained between Schonfeld texture parameters and friction values warranted
further consideration of this system.

Field evaluation of microtexture using the chalk wear test was considered
based on the input gained by Burk and the authors in conversations with ASTM
E-17 committee members.

The preliminary selection process described above generated the following
macrotexture, microtexture, and combined macro/micro test techniques for fur-

ther consideration:

1. Macrotexture
olumetric Techniques
Sand Patch
Silicone Putty
Grease Smear
Profiling Techniques

2. Microtexture
rofiling Techniques
British Pendulum Tester
Penn State Drag Tester
Chalk Wear Test

3. Combined Macro/Micro
Stereophotography

A field test scheme incorporating all nine of the above test methods was
felt to be too time consuming. Based on further review of the literature and
conversations with various experts in the pavement friction evaluation commun-
ity the profiling techniques and British Pendulum Tester were eliminated.

The profiling devices in general are mechanical devices that require some
amount of time to set up and operate. In addition, depending upon the profil-
ing device selected, electronic hardware and calibration procedures may be
required,

The British Pendulum Tester is also known to be quite time consuming to
set up and operate. Other information indicates that the setup procedures can
be susceptible to operator error. The cost of the British Pendulum Tester is

thought to be excessive. The British Pendulum Tester and Penn State Drag ’ TTif%
b

Tester both measure microtexture in a similar fashion and are known to corre-
late with each other. Therefore, the British Pendulum Tester was eliminated m
in favor of the Penn State Drag Tester. ‘

Based on the excellent recommendations found in the literature, the .
stereophotographic technique was retained for inclusion in future field evalu- S
ations. The cost of obtaining commercially available camera equipment and '




fabricating a stereo camera box is relatively inexpensive (such a design is
shown in Appendix C). The real cost would be found in analyzing the photo-
graphs. However, if reasonable data could be obtained using this technique,
then such a procedure could be justified.

For example, if stereophotographic methods were incorporated into a USAF
or FAA specification, the cost of analyses could be markedly reduced. Stereo-
photographs could be obtained by airport or airbase personnel and then evalu-
ated at a central processing center, This processing center might be a
government contractor with photogrammetric capabilities or an organization
with similar capabilities within the FAA or USAF.

LABORATORY COMPARISON OF VOLUMETRIC TECHNIQUES

The literature review, along with queries to various individuals familiar
with the three volumetric techniques, did not indicate which of the three
volumetric test procedures would be superior for routine field testing. All
three of these procedures are known to correlate extremely well with each
other as discussed in Section 1V.

In order to select a volumetric technique for inclusion in the field test
program, a limited laboratory experiment was conducted to compare the three
test procedures.

The laboratory experiment was of a completely randomized statistical
design. The dependent variable (or measured variable) was the average texture
depth. The independent variables were the three test procedures (grease
smear, sand patch, and silicone putty), the effects of three operators (tech-
nicians), and the effects of two different texture surfaces, The test matrix
described is jllustrated in Figure 19. Three replications of each procedure
on each test surface was conducted by each technician.

A fourth independent variable was the affect of repeating the test matrix
described above at a later date. The second laboratory series was altered
slightly from the first laboratory series in that the volumes of grease and
sand used were reduced from 15 c¢cm3 and 25 cm3 to 10 cm® and 15 cm3,
respectively,

Texture Surface T0-20 TD-40
Operator 1 2 3 1 2 3
NASA grease smear S O T R R

ASTM E965 sand patch | ~e~| === | === | =ee | =ae | -=a

Silicone putty SRR R ORI SIS I I

FIGURE 19. TEST MATRIX--LABORATORY COMPARISON OF
VOLHMETRIC TEXTURE TECHNIQUES
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The texture surfaces were machined on aluminum plates to yield a uniform
texture depth. The machined surfaces were of a truncated pyramid design
(Fig. 20). One texture plate was machined to yield an average texture depth
of 0.5 mm (0.020 in), while the other plate had average depth of 1.0 mm
(0.040 in), Figure 21 shows a closeup of the l-mm plate (TD-40).

Typical laboratory results of the sand patch, silicone putty, and grease
smear tests are shown in Figure 21. The texture depths obtained throughout
the experiment (both laboratory series one and two) are shown in matrix form
in Table 4.

Table 4 also shows the mean (x) and standard deviation (s) of the indi-
vidual procedures for a given textured surface. A review of Table 4 shows
that the average values for the grease smear and sand patch are virtually
identical for a given test plate. However, the silicone putty results are
generally on the order of 0.009 in greater than the sand patch and grease
smear,

Before performing an Analysis of Variance (ANOVA), the variances from
laboratory series one and two were determined to be homogeneous by use of the
Burr-Foster Q-Test (see Anderson and McLean, Ref. 50, for description of the
Q-Test and the ANOVA). Since homogeneity was confirmed, transformation of the
data was not required,

The ANQVA was then conducted, the results of which are shown in Table 5.
This table shows the four independent variables as well as all the possible
interaction terms, The critical F values were obtained from standard F-dis-
tribution statistical tables for a significance level of 1 percent. The cal-
culated F values are the ratio of the mean square for a given source type to
the mean square of the error.

When the calculated F value is greater than the critical F value, a sig-
nificant difference exists between one or more variables within that source.
For example, the texture test plate variable yields an F value of 3322.1 ver-
sus a critical F value of 7.03. This indicates that the texture plates are
significantly different when texture measurements are conducted on these tex-
tured plates. Table 4 shows that all three texture measurement techniques are
able to significantly distinguish between a textured surface of 1 mm and a
surface of 0.5 mm, Also, the operators conducting these test procedures were
able to obtain significant differences between test plates.

Significant differences were found to exist between test procedures. As
discussed earlier, the silicone putty results were always greater than the
sand patch or grease smear, the two of which were virtually identical. Per-
formance of a Newman-Keuls test (see Anderson and MclLean, Ref. 50) verified
that the silicone putty test is significantly different than the other two
test procedures. The sand patch and grease smear tests are not sigrificantly
different based on the Newman-Keuls analysis.

Table 5 shows that the interaction term of technician and procedure
(T x P) is significant. Extensive training of all three technicians was

50. Anderson, V., L., and McLean, R. A., Design of Experiments, A Realistic
Approach, Marcel Dekker, Inc., New York, New York, 1974,




Ty

 TABLE-DIMENSIONS, in

" - Teme | 5 [ x| s L
; f PLATE (£0.020 1n)
. 10-40 | 0.077 | 33 [0.231| 7.623
3 0-20 | 0.039 [108 |0.117 | 12.636
r' (TOLERANCES: £0.001 1n)
¢ ) at\ - - TTYP[CAL)
(TYPICAL) 45 ;g 5 deg
X ,
' 0.500 in
-0.050 1n

| |
L s

VIEW A-A — FACE TOP
/[_-PRIOR TO GROOVING
é]éé;ié[éggéj ﬁ’:?
<§[§§§§§§§§§§i |
-
<
1[5L> L 4~J A4

FIGURE 20. TEXTURE PLATES




~
'ﬁ$ﬁk~%**””””‘
kkkkﬁxﬁ\’xf\'\’\"\ N

FYCVVVNNN NN N N e
kNM$$ﬁANAKhAA’¢JN\
NENNNNNVYNEYNN NN NN,

’ '\M'\ i\ki\i\r\n»\r\r\r\w

NN NN NN VTV
B A B R b a2
BB AR A A B

‘¢$*kkkkkkkk

NNV | G}
L & o

FIGURE 21. TEXTURE PLATE TD-40 (CLOSEUP)




STy v g " —— ————————

SAND PATCH
TD-20 PLATE

SILICONE

s - -
~» GREASE SMEAR ¥ R
% ﬂ AT E
LFTD-40 PLATE 835343830 K 4
S srorverrespsvveY ]

POPETTIIPIFPSPIIOITVIE £
R EERR TR A sk
PN X e 2
N R L R v .
R R R vw “
vrrreo v e -
it Resve e A &
reteRBROOT . RS ?
IR E R SRR -
. v e
s .

e e
P P RN
U SV I

FIGURE 22, TYPICAL RESULTS OF LABORATORY COMPARISON OF
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TABLE 5. ANOVA OF VOLUMETRIC TEXTURE TECHNIQUE EXPERIMENT
Source df s MS Fé:i: 0.01) F

Lab Series (LS) | 1 | 0.00001511 | 0.00001511 7.03 4.29
Test Plate (TP) | 1 | 0.01171042 | 0.01171042 7.03 33322.1
Technician (T) 2 | 0.00003206 | 0.00001603 4.94 4.55
Procedure (P) 2 | 0.00194380 | 0.00097190 4.94 375.7
LS x TP 1 | 0.00000948 | 0.00000948 7.03 2.69
LS x T 2 | 0.00001936 | 0.00000968 4.94 2.75
LS x P 2 [ 0.00000076 | 0.00000038 4.94 0.11 (<1)
™ xT 2 | 0.00001461 | 0.00000731 4.94 2.07
P x P 2 | 0.00002328 | 0.00001164 4.94 3.30
TxP 4 | 0.00006040 | 0.00001510 3.45 % 28
LSxTP xT 2 | 0.00000472 | 0.00000236 4.94 0.67 (<1)
LS x TP x P 2 | 0.00000208 | 0.00000104 4.94 0.30 (<1)
LSxTxP 4 | 0.00002318 | 0.00000580 3.45 1.64
TP xTxP 4 {0.00002556 | 0.00000639 3.45 1.81
LSxTPxTxP| 4 |0.0000065 | 0.00000164 3.45 0.46 (<1)
Error 72 | 0.00025380 | 0.00000353 1
Total 107

4Significant @ o = 0,01

NOTES: df
SS

MS

F

1]

n

Mean Square
MS Source/MS Error

degrees of freedom
Sum of Squares

= §§/df

DA A
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conducted prior to performing this experiment. However, it appears that tech-
nician technique in conducting the three test procedures is an important fac-
tor in accurate testing. This point emphasizes the importance of using uni-
form standardized procedures when performing volumetric texture measurements.
The use of controlled surfaces as used in this experiment could prove benefi-
cial in training personnel to use these types of procedures.

The presumed reason for the difference between the silicone putty test
results and those obtained by either the grease smear or sand patch tests is
as follows. Inevitably, when performing the grease smear or sand patch, the
grease and sand is forced to a level below the tips of the asperities (in this
case, the flat top of the truncated pyramids). This is caused by the squeegee
used in the grease smear or the rubber disc used in performing the sand
patch.

In performance of the silicone putty tests, a 1/16-in layer of putty
remains above the asperity tips due to the recess in the plexiglass plate used
in performing this test. While this 1/16-in layer is accounted for in calcu-
lating the average texture depth, it does ensure that the entire texture depth
is accounted for since the putty completely fills in all surface voids to a
point even with the tops of all the asperities.

Strict tolerances and quality control were maintained in machining the
texture plates. However, certain rounding effects of the edges can result.
Deburring of the many machined edges could possibly lead to rounding of edges
producing a net increase in texture depth.

To evaluate the effects of rounding during machining, the average thick-
ness of the plates was ascertained. This was accomplished by determining the
specific gravity of the aluminum texture plates and calculating the thickness
of each plate based on weight-volume relationships. This average thickness
was then subtracted from an average value of the maximum thickness for each
plate yielding an average texture depth. This process yielded an average
t?xture depth for the TD-20 plate of 0.025 in and 0.046 in for the TD-40
plate,

Based on the above discussion, it is clear that the silicone putty tests,
in general, overpredicted the texture of the plates, while the grease smear
and sand patch procedures underpredicted the texture depth.

Since the grease smear and sand patch results were comparable, the grease
smear test was eliminated from the preliminary field test plan. It was felt
that the grease smear was a messy procedure and too time consuming to
perform.

Both the sand patch procedure and silicone putty procedures were selected
for future field evaluation. Both are simple and quick to perform and both
are inexpensive to procure and maintain.

FINAL SELECTION

The procedures selected for use in developing criteria and specifications
for rubber removal are listed in Table 6.
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TABLE 6. SELECTED FIELD PROCEDURES

Sand Patch Volumetric
Technique (ASTM E-965)
. Macrotexture
! Silicone Putty Volumet-
- | ric Procedure

- Microtexture Penn State Drag Tester

Chalk Wear Test

& Combined Micro/Macro Stereophotography

Equipment and procedural aspects of the selected procedures are detailed -
in Appendixes A, B, and C. .4




VI. DESIGN OF FIELD EXPERIMENT

_ The following proposed field test plan is suggested for developing cri-
teria and specifications for rubber removal from airport runways.

The plan is based on the theoretical concepts and available experimental
data that suggest wet pavement friction can be predicted by the measurement of
pavement surface texture.

In order to validate this theory, a field test plan was designed which
will statistically show the pavement macro- and/or microtexture measurements
indicative of wet pavement friction levels as obtained with a Mu-Meter.

These tests are to be conducted immediately before and after rubber
removal in the pavement areas where rubber build-up is of concern. In addi-
tion, measurements in nonrubber pavement control areas along the centerline
and edge of the runway will also be evaluated. Measurements in these areas
will aid in determining the possible effects of wear due to traffic and
weathering.

Figure 23 illustrates three distinct friction curves obtainable during
field testing. Since rubber deposits reduce the macro- and microtexture, the
friction curve obtained before rubber removal would yield lower intercept
values and higher friction gradients. After rubber removal is conducted, the
curve would move vertically upward to position two yielding a greater inter-
cept value and lower friction yradient as both micro- and macrotexture have
been improved,

Removal of rubber is not always 100-percent efficient. Therefore, the
after-rubber removal curve may not be the maximum obtainable for the specific
pavement evaluated. The effects of polish due to traffic and weathering may
also prevent the development of the full friction capability of the evaluated
pavement. Rubber removal processes may also tend to polish the surface. The
control areas to be measured during field testing are indicative of the theo-
retical maximum friction capability of the pavement surface.

Based on these concepts, a field test matrix as shown in Figure 24 has
been developed. All tests are to be performed in duplicate in each of three
separate and distinct test sections, viz., a centerline rubber-covered area, a
centerline nonrubber area, and a runway pavement edge nonrubber area. All
three test sections are to be of the same pavement type; they should all be
uniform in terms of their surface characteristics. Measurements will be
conducted on the centerline rubber area both before and after rubber removal.

Each test section is approximately 480 ft in length with three distinct
test locations placed evenly throughout. These three test locations are
located so that ali the candidate test procedures can be compared with Mu-
Meter test data at precisely known points. Figure 25 shows a typical runway
layout with the designated test sections and test locations.

In order to develop friction-speed gradients, Mu-Meter testing is per-
formed at 20, 40, and 60 mph. In addition, both wet and dry Mu-meter tests
are performed. An unpublished data report by Burk (inter-Air Force correspon-
dence% suggests that macrotexture dictates the difference between dry and wet
Mu values.
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The Mu-Meter provides an analog output of friction over a given test
section, Therefore, a point-for-point comparison can be made between Mu-Meter
data and the candidate test procedure data for a given test location within a
specified test section., In addition, average Mu-Meter values can be obtained
within a given test section; these average data can be compared to average
texture measurements within that test section.

The candidate test procedures are the silicone putty, sand patch, Penn
State Drag Tester, chalk wear tester, and stereophotography. The drag tester
is conducted both on dry and wet pavement., In addition, both longitudinal and
transverse measurements are obtained, the longitudinal in the direction of
travel, The chalk wear test is also performed in longitudinal and transverse
directions, again, the longitudinal in the direction of travel. Stereophoto-
graphs are obtained at four locations in the vicinity of each test location.

The statistical approach described above should provide meaningful rela-
tionships between Mu-Meter data and texture data. Since replicative measure-
ments are to be obtained, ANOVA procedures can be used to ascertain signifi-
cance of relationships. General linear models can also be evaluated.

Plans currently provide for the performance of the proposed field test at
a minimum of 12 air facilities (commercial and military) within the continen-
tal United States. In addition, evaluation will be conducted on a wide spec-
trum of pavement surfaces such as Portland Cement Concrete (PCC), asphaltic
concrete (AC), and Porous Friction Surfaces (PFS). The PCC and AC surfaces
may be of the grooved or ungrooved variety. Other surface types will also be
considered for inclusion in this field test program.




VII. MU-METER WATER NOZZLE DEVELOPMENT

Wet testing of runway friction has been a subject of dispute for some-
time, Methods for wetting pavement prior to friction testing have included:

1. The use of a water truck equipped with spray bars to douse the runway
prior to testing. (The USAF simulated a 0.5-in/hr to 0.8-in/hr rainfall
intensity before testing.)

2. The use of a self-watering vehicle using brushes to apply water to
the runway. (The M. L. Aviation Corporation supplied brushes with their Mu-
Meters and suggested a 0.013-in film thickness and the 1979 National Runway
Friction Measurement Program used brushes delivering a 0.04-in water film
thickness.)

3. The use of a self-watering vehicle using nozzles to apply water to
the runway. (The ASTM E-670 Mu-Meter Standard requires a suitable nozzle
capable of delivering a 0.02-in water film thickness.)

. While each of these methods has its own merits and faults, a consistent
) method of wetting the pavement is not yet available. Compounding this prob-
: lem, tire pavement friction is dependent upon water film thickness; there-

fore, establishment of a standard is necessary for comparison of results.

The use of a water truck to wet the runway is currently used by the USAF.
Although this method does wet the :unway, inherent problems exist. First, a
water truck equipped with spray bars can only give a crude approximation of a
required water film. Second, duriny the waiting period used to ascertain the
friction recovery rates, the water is allowed to drain from the runway. Thus,
the actual water film thickness is thinner than during an actual rainfall
condition, and any possible ponding on the runway surface affects the friction
test results,

A self-watering test vehicle equipped with brushes to distribute the
water was an improvement over the water truck method. Test results were more
consistent and testing costs were reduced. The use of this method enabled the
amount of water applied directly in front of the test tires to be regulated.
The procedure more closely approximated the water film thickness of a rainfall

> and eliminated the possible problems of dry pavement patches and ponding of
water that exist with truck distribution methods. However, two major problems
still existed:

1. The cross section of the water film was not consistent at the test
tire. This inconsistent flow occurred because water flow through the center
of the brush is more concentrated than at the outer edges of the brush.

]
2. Turbulent water flow across the pavement did not simulate rainfall . }
conditions. This turbulent flow was caused by the water striking the pavement . .Qi
at high velocities relative to the pavement (see Fig. 26). L

. . Further developments on the pavement watering system employed a nozzle to
» distribute the water in front of the test tires. The design of this nozzle
should meet two conditions:
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NOTE TURBULENT WATER PRECEDING TIRE

FIGURE 26. MU-METER SELF-WATERING SYSTEM USING BRUSHES

I. The water film thickness should be of a depth simulating worst pro-
bable rainfall conditions.

2. The water should strike the pavement at a zero relative velocity and

settle in front of the test tire in a laminar fashion without splash or
rebound.

A water film thickness of 1 mm (0.04 in) was suggested by the National
Runway Friction Measurement Program (NRFMP). This film thickness was based on
a hydrological analysis as described in Appendix H of the NRFMP. This film
thickness was considered the worst probable case of rainfall on a runway.
Using a filin thickness of 0.04 in and a total wetted width of 9 in (total for
two Mu-Meter tires), tlow rates at various test speeds were computed. Flow
rates for 20-, 40-, and 60-mi/h test speeds were calculated as 33, 65, and
100 yal/min, respectively (see Appendix E for detailed computations).

To ensure zero velocity of the water relative to the pavement, the flow
exiting the nozzles must be at the same speed as the test vehicle., This exit
velocity can only be achieved when the apparent opening size of the nozzle is
the same as the wetted cross-sectional area of the pavement. Thus, both the

nozzle and the wetted pavement cross section should be 0.04 x 4.5 in (per test
tire).

Since the pumping system used in the NRFMP test vehicle would not produce
pressures reguired to operate a nozzle of the previously mentioned configura-

tion, an analysis of the required system was conducted, This analysis, out-
lined in Appendix £, yielded a punp requirement of 2hh fL ot head operating at

o
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100 gal/min, Attempts were made to locate a pump with an appropriate power
drive to satisfy these conditions. All of the manufacturers contacted were
unable to supply such a pump that could be mounted in the test vehicle at a
reasonable cost. All the pumps considered were either too heavy or too large
for the test vehicle.

Since the previously mentioned pumping system could not be installed in
the test vehicle, and the existing pump system used during the NRFMP was
inadequate for test speeds above 40 mi/h (see Appendix E), a larger system was
designed and installed. Modifications to the original pump system included
the following:

1. Installing a higher capacity pump.

2. Installing a larger pump motor.

3. Installing a 6.5-kW generator.

4. Installing a larger diameter plumbing system.

Once this revised pumping system was installed, a selection of nozzles to
distribute the water was initiated. Since, as mentioned earlier, a system
capable of spraying water out of the nozzle at the same speed as the test
vehicle proved to be impractical, a pseudo-water depth was used. The pseudo-
water depth is developed by pumping a specified flow rate through an enlarged
nozzie opening (0.125 x 4.5 in) equaling the known flow rate required to pro-
duce the desired water cross section (0.04 x 4.5 in for each test tire) at the
specified test speeds. This enlarged opening produces a water depth greater
than the desired water depth (0.04 in), traveling at a velocity relative to
the pavement other than zero. Using the improved pumping system and the con-
cept of a pseudo-depth, three nozzle configurations were evaluated,

The first water nozzle evaluated was designed by the FAA (see Appendix D
for nozzle details). This nozzle was a prototype designed by the FAA for use
on existing Mu-Meter test vehicles. Since the NRFMP pump system could not
generate the high pressures required by the 0.04- x 4.5-in nozzle opening, a
nozzle opening of 0.125 x 4.5 in (three times the theoretical size) was
selected by the FAA in designing this nozzle. These enlarged nozzle dimen-
sions permitted the 65-gal/min flow required at the 40-mi/h test speed.

Photographs were taken of this nozzie at 65-gal/min flow rates as shown
in Figures 27 and 28. Figure 27 was taken at a fast shutter speed (1/1000 s)
and Figure 28 was taken at a slow shutter speed (1/4 s) for comparison. The
1/1000 s shutter speed produces a stop-action photograph while the 1/4 s shut-
ter speed produces a blurred image of the nozzle flow pattern. The latter
enhances the image of the flow pattern by smoothing the streamlines. As shown
in these photographs, the FAA nozzle produced crossover with corresponding
splash., Due to its nonuniform cross section, this nozzle design was deemed
inappropriate.

An alternate nozzle evaluated was a modified ASTM E-274 locked-wheel skid
trailer nozzle. (See Reference 19 for description of E-274 nozzle). As the
required spray width for the Mu-Meter nozzle was 4 1/2 in, the skid trailer
nozzle was modified by narrowing its flow pattern from an 8-in width to a
4 1/2-in width with all other dimensions remaining the same (see Appendix D
for details). This nozzle used a hole pattern of two sizes; a top row of 12
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FIGURE 27.

FIGURE 28,

FAA PROTOTYPE WATER NOZZLE (SHUTTER SPEED 1/1000 5 )

FAA PROTOTYPE WATER NOZZLE (SHUTTER SPEED 1/4 <
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holes 1/8-in in diameter and a bottom row of 13 No. C (0.242 in) holes. This
hole pattern produced two different exit speeds at the nozzle tip and a slower
overall exit velocity for the 65-gal/min flow rate (3.75-mi/h exit velocity
versus 12.80-mi/h exit velocity for the FAA nozzle). Photographs of this
nozzle design are shown in Figures 29 and 30, and were taken at shutter speeds
of 1/1000 s and 1/4 s, respectively. Although this nozzle produced a more
uniform flow cross section, the varied and slower exit velocities eliminated
this nozzie for use.

The final nozzle evaluated was a modified FAA nozzle developed by NMERI
at the University of New Mexico, This nozzle used the same exit opening as
the FAA nozzle, 0.125 x 4.5 in, but incorporated a longer exit duct. The
crossover flow of the original FAA nozzle was due to an underdeveloped flow
pattern arising from the sudden transition at the nozzle exit. An increase in
the length of the exit duct from 1/2 to 3 in was used to develop a stable,
fully turbulent flow suitable for the required flow pattern. Photographs of
this nozzle design, using a 65-gal/min flow rate and shutter speeds of
1/1000 s and 1/4 s, verify this result (Figs. 31 and 32, respectively).
Therefore, with its uniform cross section and reasonably high exit velocity,
the UNM nozzle was a noticeable improvement over the other two nozzles
evaluated.

Based on this evaluation, the UNM nozzle was selected for use in wet
friction testing by NMERI. This nozzle was able to correct the problem of
uneven water film cross section and reduced the affects of high water stream
velocities relative to the pavement. The development of an accurate l-mm
water film thickness was not obtained due to the design constraints of avail-
able pump equipment. However, the establishment of a standard pseudo-water
film thickness should prove to be a reasonable, cost effective method of simu-
lating rainfall conditions necessary for comparison of wet friction test
results.

Appendix D presents details of the evaluated nozzles as well as a nozzle
design deemed suitable for standardization (Model GSL). Model GSL incorpo-
rates better fabrication technique and materials selection. The flow charac-
teristics of the GSL nozzle are the same as the UNM design.
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FIGURE 29. MODIFIED E-274 WATER NOZZLE (SHUTTER SPEED 1/1000 s)

FIGURE 30. MODIFIED E-274 WATER NOZZLE (SHUTTER SPEED 1/4 s) j;_i
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FIGURE 31. UNM WATER NOZZLE DESIGN (SHUTTER SPEED 1/1000 s)

»

FIGURE 32. UNM WATER NOZZLE DESIGN (SHUTTER SPEED 1/4 5)
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APPENDIX A
MACROTEXTURE DEPTH DETERMINATION
BY VOLUMETRIC TECHNIQUE

Page
Measuring Surface Macrotexture Depth Using a Sand
Volumetric Technique*. 64
Test Method For Measuring Surface Macrotexture Depth ﬁ
Using a Silicone Putty Volumetric Technique. 68 3 g
S
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]
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S ziq
*This description was obtained from the 1984 Annual Book of ASTM Standards, o
Section 4 Construction, Volume 04.03 Road and Paving Materials; Traveled ‘
Surface Characteristics pp. 803-806. Reprinted with permission from ASTM, T
1916 Race Street, Philadephia, PA 19103. D
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qﬂb Designation: E 965 - 83

Standard Test Method for

MEASURING SURFACE MACROTEXTURE 6EPTH USING A
SAND VOLUMETRIC TECHNIQUE'

This standard is issued under the fixed designation E963: the number immediately following the designation indicates the year of
original adoption or. in the case of revision. the year of lasi revision. A number in parentheses indicates the yesr of last reapproval.
A superscript epsilon (¢) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This test method describes a procedure for
determining the average depth of pavement sur-
face macrotexture (1) by careful application of
a known volume of sand on the surface and
subsequent measurement of the total area cov-
ered. The technique is designed to provide an
average depth value of only the pavement macro-
texture and is considered insensitive to pavement
microtexture characteristics.

1.2 The results obtained using this procedure
to determine average pavement macrotexture
depths do not necessarily agree or correlate di-
rectly with those obtained by other pavement
macrotexture measuring methods (1 through 6).

1.3 This standard may involve hazardous ma-
terials, operations. and equipment. This standard
does not purport to address all of the safety prob-
lems associated with its use. It is the responsibil-
ity of whoever uses this standard to consult and
establish appropriate safety and health practices
and determine the applicability of regulatory limi-
tations prior 1o use.

2. Applicable Documents

2.1 ASTM Standards:

C 778 Specification for Standard Sand®

E 178 Recommended Practice for Dealing
with Qutlying Observations*

3. Summary of Test Method
3.1 The standard materials and test apparatus

consist of a quantity of uniform sand, a container .

of known volume, a suitable wind screen or
shield, brushes for cleaning the surface, a flat disk
for spreading the sand on the surface, and a ruler

or other measuring device for determining the
area covered by the sand patch. A standard lab-
oratory balance is also recommended for further
ensuring consistently equal sand amounts for
each measurement sample.

3.2 The test procedure involves spreading a
known volume of sand on a clean znd dry pave-
ment surface, measuring the area covered, and
subsequently calculating the average depth be-
tween the bottom of the pavement surface voids
and the tops of surface aggregate particies. This
measurement of pavement surface texture depth
reflects primarily the surface macrotexture char-
actenistics (1, 8). ‘

Note 1—In spreading the sand specified in this test
method. the surface voids are completely filled flush to
the tips of the surrounding aggregate particles. This test
method is not considered suitable for use on grooved

surfaces or pavements with large (51.0 in. (25 mm))
surface voids.

4. Significance and Use

4.1 This test method is suitable for field tests
to determine the average macrotexture depth of
a pavement surface. The knowledge of pavement
macrotexture depth serves as an additional tool
in characterizing the pavement surface texture.
When used in conjunction with other physical

' This test method 18 under the jurisdiciion of ASTM Com-
mitice E-17 on Travcled Surface Characteristics and is the direct
responsitwlity of Subcommittee E17.2) on Surface Charactens-
tics Related 10 Tirc-Pavement Frction.

Current edition approved Sept. 3. 1983, Published Docem-
ber 1982,

2The buldface numbers in purcntheses refer to the list of
references at the end of this standard.

S snnmad Benk o ASTAY Ssandurds. Vol 04.01,

* Anniil Book of ASTA Standards. Vol 14.02.

PUGLIEIUNrEN Pa.
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tests, the macrotexture depth values derived from
this test method may be used to determine the
pavement skid resistance capability and the suit-
ability of paving materials or finishing tech-
niques. Improvements in pavement finishing
practices and maintenance schedules may result
from use of this test method.

4.2 The texture depth measurements pro-
duced using this test method are influenced pri-
marily by surface macrotexture characteristics
and not significantly affected by surface micro-
texture. Pavement aggregate particle shape, size,
and distribution are surface texture features not
addressed in this procedure. This test method is
not meant to provide a complete assessment of
pavement surface texture characteristics.

4.3 The pavement surface macrotexture depth
values measured by this test method, with the
equipment and procedures stated herein, do not
necessarily agree or correlate directly with other
techniques of surface texture measurements. This
test method is also suitable for research and
development purposes, where direct comparisons
between pavement surfaces are to be made within
the same test program.

NoTE 2—The pavement surface 10 be measured us-
ing this test method must be dry and free of any
construction residue. surface debris, and loose aggregate

particles which would be displaced or removed during
normal environmental and traflic conditions,

5. Materials and Apparatus

5.1 The essential elements of the apparatus,
shown in Fig. 1, consist of the following material
and equipment:;

5.1.1 Sand—A natural silica sand from Ot-
tawa, IL conforming to Specification C"778 shall
be used. The clean. dry sand shall be graded to
pass a No. 50 sieve and retained on a No. 100
sieve.

5.1.2 Sand Sample Container—A metal or
plastic cylinder closed at one end and containing
a predetermined internal volume of at least 1.5
cubic in. (25 000 mm?) shall be used to deter-
mine the volume of sand spread.

5.1.3 Sand Spreader Tool—A flat, hard disk
approximately | in. (25 mm) thick and 2.5 10 3.0
in. (60 to 75 mm) in diameter shall be used to

spread the sand. The bottom surface or face of .

the disc shall be covered with a hard rubber
material and a suitable handle may be attached
to the top surface of the disc.

NoTe 3—An ice hockey puck is considered suitable
for use as the hard rubber material in this {est method,

5.1.4 Brushes—A stiff wire brush and a soft
bristle brush shall be used b clean thoroughly
the pavement surface prior 10 application of the
sand sample.

5.1.5 Wind Screen—A small, portable screen
or shield shall be mounted on the pavement
surface for protection of the sand sample from
the wind during spreading and obtaining mes-
surements.

5.1.6 Scale—A standard scale 12 in. (305
mm) or greater in length and having 0. 1-in. (2.5
mm)or 1-mm (0.04-in.) divisions should be used.

5.2 Use of a standard laboratory-type balance,
sensitive to 0.1 g, is recommended with this test
method to provide additional control and to
ensure that the amount of sand used for each
surface macrotexture depth measurement is
equal in both mass and volume.

6. Procedure

6.1 Test Surface—Inspect the pavement sur-
face to be measured and select a dry, homoge-
neous area that contains no unique, localized
features such as cracks and joints. Thoroughly
clean the surface using the stff wire brush first
and subsequently the soft bristle brush to remove
any residue, debris, or loosely bonded aggregate
particles from the surface. Position the portable
wind screen around the surface test area.

6.2 Sand Sample—Fill the cylinder of known
volume with dry sand and gently tap the base of
the cylinder several times on a rigid surface. Add
more sand to fill the cylinder to the top, and ievel
with a straightedge. If a laboratory balance is
available, determine the mass of sand in the
cylinder and use this mass of sand sample for
each measurement.

6.3 Test Measurement—Pour the measured
volume or weight of sand onto the cleaned test
surface within the area protected by the wind
screen. Carefully spread the sand into a circular
patch with the disk tool, rubber-covered side
down, filling the surface voids flush with the
aggregate particle tips. Measure and record the
diameter of the sand patch at a minimum of four
equally spaced locations around the sample cir-
cumference. Compute and record the average
diameter of the sand patch.

Note 4—For very smooth pavement surfaces where
the paich diameters are greater than 12 in. (305 mm).
it is recommended that half the normal volume of sand
be used.
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6.4 Number of Test Measurements—The
same operator should perform at least four, ran-
domly-spaced measurements of average macro-
texture depth on a given test pavement surface
type. The arithmetic average of the individual
macrotexture depth values shali be considered to
be the average macrotexture depth of the test
pavement surface,

7. Calcuistions

7.1 Cylinder Volume—Calculate the internal

volume of the sand sample cylinder as follows:
»d*h

Vo —

where:
V = internal cylinder volume, in.> (mm?),
d = internal cylinder diameter, in. (mm), and
h = cylinder height, in. (mm).
1.2 Average Surface Macrotexture Depth—
Calculate the average surface macrotexture depth

using the following equation:
14
MATXy = s
where:
MATX, = average surface macrotexture depth,
inches (mm),
14 = sand sample volume, in.’ (mm?’), and
D = average sand patch diameter. in.
(mm).

8. Faulty Tests

8.1 Tests that are manifestly faulty or that give
average surface macrotexture depth values differ-
ing by more than 0.005 in. (0.13 mm) from the
average of all tests on the same pavement surface
shall be treated in accordance with Recom-
mended Practice E 178.

9. Report
9.1 The report for each pavement test surface

shall contain data on the following items:

9.1.1 Location and identification of test pave-
ment surface,

9.1.2 Date,

9.1.3 Volume of sand used for each test mea-
surement, in.’ (mm?),

9.1.4 Number of test measurements,

9.1.5 Average sand patch diameter, in. (mm),
for each test,

9.1.6 Average surface macrotexture depth, in.
{mm), for each test, and

9.1.7 Average macrotexture depth, in. (mm),
for total pavement test surface.

10. Precision and Bias

10.1 Analysis of sand patch data collected dur-
ing extensively controlled tests (6) produced es-
timates of the repeatability (methad precision)
and reproducibility (applied precision) of the
sand patch method, as well as sampling errors
that can be expected in measuring the average
texture depths of a pavement section by the
method. The sand patch precision estimates are
expressed as a percentage, such as the ratio of the
standard deviation of the texture measurements
to the mean texture depth times 100.

10.2 The standard deviation of the repeated
measurements by the same operator on the same
surface can be as low as 3.3 % of the average
texture depth. :

10.3 The standard deviation of the repeated
measurements by different operators on the sur-
face can be as low as 4.7 % of the average texture
depth.

Note 5—The standard deviation of the site-to-site
measurements may be as large as 27 % of the average

texture depth. Here site defines a randomly selected
location within a nominally homogeneous pavement

* section. This means that a sizeable number of measure-

ment observations would be necessary to estimate the
average texture depth reliably for a given pavement
type, despite the fact that the method is highly repeat-
able and not subject 1o large operational influences.
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TEST METHOD FOR MEASURING SURFACE MACROTEXTURE DEPTH
USING A SILICONE PUTTY VOLUMETRIC TECHNIQUE

H SUMMARY OF TEST METHOD

A known volume of silicone putty is formed into an approximate sphere and
placed on the pavement surface. A 6-in plate with a 4-in-diameter by 1/16-in-
deep recess is centered over the putty and pressed down in firm contact with
o the surface. The average diameter of the resulting flat-topped circle of
-, putty is recorded. The volume of putty is selected so that on a smooth, flat
i surface with no texture, the silicone putty will completely fill the recess
! giving a 4-in-diameter flat-topped circle. A decrease in diameter of the
v deformed putty is related to an increase in texture depth thus giving a rapid
: and simple index of pavement macrotexture.

The friction between a tire and the pavement surface required for various
vehicle maneuvers on a wet pavement, particularly in braking, depends in part
on the thickness of the water film between the contact surfaces. This thick-
ness, in turn, is controlled by the water drainage characteristics of the
pavement as well as tire tread design and condition., Pavement drainage is
influenced strongly by its surface macrotexture, one measure of which is the
so~called texture depth., Additiorally, an important contribution to friction
at the tire-pavement interface is the enerygy losses due to hysteresis, which
occur as a result of cyclic deformation of the tread rubber; these are also
infiuenced by the macrotexture.

The texture depth determined by this method is a number representiny the
ratio of the volume of the putty used to the resultant measured circular area
covered. Accordingly, it is only an indirect measure of pavement macrotexture
wavelength and amplitude, and gives no information on shape, distribution or
other factors which may influence pavement surface drainage or losses due to
hysteresis. Additionally, it is assumed that the putty completely fills all
voids under the measured circular area.

It is well known that in a given nominally uniform section of pavement,
surface macrotexture may vary significantly from spot to spot. On the other
hand, the area covered by the putty in this test is only a small fraction of
the total pavement surface to be evaluated., Accordingly, appropriate selec-
tion of test locations will be a significant factor in achieving the objective
of this test procedure. In a given section of pavement, putty depth measure-
ment must be made at a sufficient number of locations which appear to be most
representative of the texture of the pavement section to be evaluated.

MATERIALS
The following materials are required to conduct this test.

1. A filled high-viscosity polysiloxane polymer, known as silicone
putty.* Approximately 14.35 g of this material will be required to completely
fill the recess in the test plate on a flat surface. It is usually possible
to completely remove the putty from most pavement surface after a test is
completed, and reuse this material in subsequent tests. However, it has
proven to be advantageous to provide a number of pre-weighed putty specimens

*Dow Corning 3179 Dilatant Compound has been found to be acceptable.
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at the test site, transported in the covered 3 0z containers described in Y
below. Therefore, used putty is yenerally discarded.

2. Dilute solution of dioctyl sodium sulfosuccinate for use d4s a wetling
and parting agent between the pavement surface and silicone putty test speci-
men. This solution can he made by mixing 5 ml of /5 percent agueous Aerosol
OT solution with 5 gal (19 L) of distilled water,

ENUIPMENT REQUIRED (See Figure A-1)

1. A 6-in-diameter x 1/2-in thick circular plate machined from flat
acrylic plastic sheet stock with a centrally machined 4-in-diameter x 1/16-in
deep recess on one side, as shown in Figure A-2.

2. A 50-1b (22.7 kg) weight with convenient handlie.
3. One whiskbroom.
4. One stiff bristle general utility scrubbing brush.

5. A 250 ml polyethylene "squeeze" washing or dispensiny bottie fitted
with a delivery tip drawn to give a fine directed stream of dewettiny agent.
A spray bottle is also acceptable.

6. A synthetically produced, wear resistant, cellulose, polyurethane, or
other type of polymer foam sponge suitable for quick removal of excess dewett-
ing ayent from the pavement surface.

7. A machinist scale capable of measuring putty diameter to 0.01 in.
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FIGURE A-2.

GUIDELINES SCRIBED ON
PLATE SURFACE TO GUIDE
PUTTY CIRCLE DIAMETER
MEASUREMENT

MATERIAL:

FLAT ACRYLIC PLASTIC
SHEET STOCK

TEST PLATE FOR SILICONE PUTTY TEXTURE DEPTH
MEASUREMENTS




8. A metal pry bar for separation of the circular plate from the pave-
ment at the end of the test.

9, Three oz seamless tin plate containers with fitted 1id (such as used
in ASTM D6).

PROCEDURE

: At the locations selected for texture depth measurements, proceed as
follows:

1. Remove all loose stones other debris, and contaminants by vigorous
application of the whiskbroom,

2. Remove remaining sand and dust from the surface by carefully dry
brushing with the scrubbing brush, In rubber build-up areas, minimal brushing

is generally required.

3. Wet a section at least as large as the test plate with a spray of
dilute Aerosol OT solution from a squeeze bottle.

4, Remove excess Aerosol OT solution by doppinyg or wiping the surface
with the sponge.

5. Form silicone putty into an approximate sphere and place on the pave-
ment surface.

6. Center the recess of the test plate over the putty and press the
plate down in firm contact with the road surface. Use of the 50 1b weight to
exert pressure for approximately 1 to 2 min will usually ensure that the edges
of the test plate are in contact with the pavement surface,

7. Make four diameter measurements at an angular spacing of 45 deg with
a machinist scale to the nearest 0.01 in (0.25 mm?. The average of these
readings is taken as the diameter of the pressed-down circle of putty.

8. Remove the test plate from the pavement surface, using a pry bar if
necessary, At the same time the putty also should be removed from the sur-
face. In most instances, complete removal of the putty can be achieved by
lightly pressing the putty ball against the few fragments which may try to
c¢ling to the surface. Discard used putty.

CALIBRATION

Before the apparatus is used for field measurements, the following labor-
atory procedure should be conducted to determine the weight of putty to be
used during each test.

1. Separate putty obtained from supplier into six lots of approximately
equal size.

: 2. Randomly select three samples of approximately 30 g mass from each
ot.

3. Roll each sample into a ball attempting to remove all excess air that
may be occluded in the sample (the presence of air will distort specific grav-
ity measurements).

4. Weigh each sample to the nearest 0.01 g and record.
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5. Next, weigh each sample in a 500 ml beaker of distilled water at a
normal laboratory temperature (68°F), Tare out beaker and water prior to
weighing. Use a fine copper wire or monofilament line to support the sample. o
Ensure that the putty sample is supported solely by the line, is completely
submerged, and does not touch the bottom or the sides of the beaker. Record
this submerged wefght to the nearest 0.0l g.

6. Divide dry weight by submerged weight and record to nearest 0.001l. IR
This is the specific gravity of the sfilicone putty. The variability within S
lots and from lot to lot should be minimal. The variability should be less ®
than 0.010. ) ) T4

7. Multiply the average specific gravity (g/cm3) by the volume of the R
plate recess (12.87 cm3). This yields the weight in grams of the sample for N
field test use.

CALGULATION OF TEXTURE DEPTH )
Texture depth is calculated from the putty diameter by the following

equation: »
T = _‘L - - - ~ ,.',]

p ) 0.0625 (A-1) ®
S
where : ‘IS
Tp = texture depth, in __._;
D = average putty circle diameter, in e
or, L S
3 SN
T, = {23807 _ 0,1588 (A-2) S
D3 SR
where . .
Tp = texture depth, cm .!4iaj

D = average putty circle diameter, cm
The average putty diameter is the sum of the four diameter measurements
divided by four,

A d
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APPENDIX B
MICROTEXTURE PROCEDURES

PENN STATE DRAG TESTER —

TEST FUNCTION

P

&

b
The tester measures the drag force developed between a rubber-heeled shoe

[ and a wetted surface at low sliding speeds. Since the former is, in general, S

b proportional to the skid resistance of automotive tires, the tester permits T

- the relative rating of pavements as to their danger to skidding.

PRINCIPLE OF OPERATION

The tester is pushed by the operator at a brisk and uniform pace over the
wetted pavement. The drag force acting on the rubber shoe is converted into a
proportional hydraulic signal and displayed by an indicator.

By design the slider load is practically independent of the drag force
and the handle motion by the operator, so that the displayed quantity is
directly proportional to the sliding coefficient. The quantity is referred to
as Drag Tester Number (DTN) and its relation to the sliding coefficient is now
derived.

By definition,

fet B-1 =
L (8-1) o
where -
f = sliding coefficient
F = drag force acting on slider
L = effective slider load
Also: .
F=Ap (B-2) |
where
A = effective diaphragm area
p = pressure generated in transducer
and
p = C(DTN) (B-3)
where
C = constant of indicator (I1b/in2/dial unit)
DTN = dial reading, Drag Tester Number

Combining (3) + (2)
F = AC(DTN) (B-4) .
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also
L=Ly- 2 F (B-5)
qa

where

static slider load
b = pivot-ground height = 1/2 in
pivot-slider distance = 12 in

-
o
n

combining (4) and (5)

b
L= Lo - (Lacomm) (8-6)
; Inserting (4) and (6) in (1)
b
L. - {2YAC(DTN)
0 (a) (
» where
. testar constants
(AC), 1b/dial unit = 0.10
Lys1b = 6.00
- b .1
L a 24
Hence Equation (7) becomes
. f= ?T” (8-8)
" 0 - (35) o™
Or solving for (DTN)
. (DTN) = 60 F (8-9)
1+ (l_) f
» 24
While equations (B-8) and (B-9) can be used to convert the dial readings to
sliding coefficients and vice versa, the data obtained with the tester shall
aways be presented as Drag Tester Numbers (DTN) so as to prevent misinterpre-
tation of the significance of the measurements.
. TESTER DESCRIPTION .
i The tester consists of two subassemblies, as shown in Figure B8-1. £
Subassembly A--This assembly consists of the housing which contains the {3
. slider support and guide mechanism, the hydraulic transducer, the fiuid com- "
» pensating chamber, the hose fittirgs and connectinn, and the damping valve and -

indicator.

P A
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Subassembly B--This assembly consists of the two side panels connecting
the housing to the chassis, the chassis, two ten-in wheels, and the adjustable
handle.

The parts of the subassemblies are shown in Figure B-2 and are identified and
described below with respect to their function.

Subassembly A--The housing (1) contains two resiliently mounted antifric-
tion ball bushings (2), (only one shown), which support the hardened main
shaft (3). The connector (5) is clamped to the latter by set screws (4) and
holds at its lower end the slider shaft (6), recoil spring (7), and rubber-
heeled slider {8). Attached to the upper end of the connector is a ball bush-
ing (9) which glides on the hardened auxiliary shaft (10), and thus, prevents
lateral movement of (5), (6), and (8).

and a rolling diaphragm (12), which is held against the latter by a retainer
(13) and screw (14). The transducer cap (15) is pressed against the flange of
the diaphragm and housing by three socket screws (16), (only one shown), thus,
forming a sealed chamber for the working fluid. The transducer cap contains a
bore connecting the chamber to a fluid passage in the housing and the fluid is
carried to the indicator (21) via the nipple (17), the transparédnt plastic
hose (18), elbow (19), and the damping needle valve (20).

i: Connected to the end of the main shaft (3), is the transducer piston (11)
i

In addition, the housing contains a compensating chamber (see cut A-A,
Fig. B~2) which communicates through a vertical bore with the fluid passage.
The upper end of this bore is closed by a set screw (22), which permits vent-
ing of all fluid spaces within the housing. The compensating chamber contains
a compensator piston (23) sealed against the cylinder bore by O-rings (24),
and an adjusting screw (25). The latter is retained by the end plug (26) and
the snap ring (27). Counterclockwise rotation of the adjusting screw causes
the piston to move to the right and thus permits compensation for fluid lost
by leakage.

The compensator can also be used for correcting temperature originated
expansion of the fluid, or for setting the pressure in the hydraulic system to
a predetermined value to decrease the time constant of the hydraulic system,

The moving components inside the housing are completely protected against
entry of dust and moisture by plugs (28), (29), and a seal (30). The seal is
supported by a grommet (31) on the slider shaft (6).

Subassembly B--The two side qanels (32), (only one shown), are connected
by siX f1at ﬁeaé screws (33), {(only one shown), to the housing (1) and via a

pivot (34) to the chassis (35). Attached to the latter are two treadless
rubber wheels (36), (only one shown). The operator may move the handle and
the chassis freely within the 1imits set by contact of the chassis with the -
side panels and the eccentric spacer (38). Movement within these limits does L
not affect the load on the slider. One side panel contains an opening pro- B
tected b{ a rubber grommet (31) for the passage of the transparent plastic L
hose (18}, .

e,
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PENN STATE DRAG TESTER (ASSEMBLY DRAWING)

FIGURE B-2.
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TEST PROCEDURE

1. Check rubber shoe for wear. Replace when the edye is worn by more
than 3/16 in as measured with a rule laid flat across the slider width.

2. Adjust the handle to most comfortable position (see Fig. B-3),
3. Prepressurize the hydraulic system until the indicator pointer is

displaced by 10 dial units. Counterclockwise rotation of the knurled knob on ;{f;
the left side of the housiny produces a pressure increase. -}i};

4, Thoroughly flush pavement surface with clean water to remove yrit
and dust., A commercially available garden sprayer works well,

. 5. Keep handle within stops provided, and walk in direction of travel
at a uniform brisk pace (about 3 mi/h). Do not run.

6. Test pavement section for a distance of approximately 15 ft, monitor -3
gage reading, and keep average in mind.

7. Lift off rubber shoe by raising handle and roll tester for a dis-
tance of about 10-15 ft for second test.

8. Depending on pavement homogeneity, repeat steps 6 and 7 and average R

all readings. .
U

e

S

maiag

"

FIGURE B-~-3. PENN STATE DRAG TESTER ;:“i'




9. Report data as Orag Tester Number (DTN).

10. Record other pertinent data such as surface temperature; if tempera-
ture is different from 76 £ 6°F, make correction by adding/ subtracting three
dial units per 10°F increase/decrease., Applicable range of correction factor
is 76 + 15°F,

MAINTENANCE

The tester, being a fully enclosed and hydraulically operating device,
should require no maintenance other than occasional cleaning of the housing,
rubber boot, and indicator with a wet cloth. When the rubber boot becomes
damaged, it must be replaced immediately to prevent dust from entering the

guide mechanism.

If a full counterclockwise rotation of the knurled compensator screw does
not produce a prepressurization of 10 dial units, the tester has lost fluid.
If the leak appears to be in the transducer, the instrument should be returned

to the manufacturer for repair. Otherwise, the fluid can be replenished by
adding clean brake fluid meeting SAE 70RI standards through the filler plug
(22), while turning the knurled compensator screw clockwise (Fig. 8-2).

In the event the complete hydraulic system is drained by failure of the
hose, or for any other reason, it will be necessary to refill the system and

bleed all air from the circuit. This can best be accomplished by using the
following procedure:

1. Place the gage (21) face down and allow the air to escape when fill-
ing the gage.

2. Remove the needle valve (20) and connection (19).
3. Fill hose (18).
4, Bleed the air from the system.

In order to bleed air from the hydraulic system, a small hex socket head cap
screw has been installed on the top of the bourdon tube in the indicator (21)
and is accessible through the rubber grommet on the indicator case. A sug-
gested procedure for bleeding the air from the hydraulic system requires the
following:

1. Remove the hex socket cap screw from the bourdon tube and maintain
the access at the highest point to allow air to escape.

2. After a full flow of fluid has been obtained, reinstall the cap screw
and replace the grommet cover.

3. After complete filling of the components is accomplished, reinstall
the needle valve (20) and connection (19).

4, Continue to fill the system with fluid,

5. When the system is full, slip the filled hose (18) on to the connec-
tion (19).

The complete hydraulic system must be free of any air entrapment or false
readings will be obtained.
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CALIBRATION CHECK

Unless damaged, the calibration of the tester will not change over the
years, The tester is calibrated at the factory prior to shipment, and the
results are entered on the enclosed calibration certificate. The calibration
may be checked as follows:

1. Prepressurize the hydraulic system to 10 dial units.

2. Remove the rubber shoe and, with the tester housing in a vertical
position, attach a 3-1b weight to the slider shaft (use a thin wire or fish-
line, threaded through the hole in the slider shaft).

3. Slightly pluck the wire or fishline and tap the indicator. The read-
ing must agree with the data given under “"Field Check" in the calibration
certificate, and must be within the given tolerances.

If the reading obtained is outside the recommended tolerance the tester
may be damaged and should be returned to the manufacturer. If the tester has
not been in recent use, it {s advisable to subject it to several test cycles
prior to checking the calibration.

CALIBRATION PROCEDURE (INDICATOR)

1. Remove the slider and secure the housing in a horizontal position on
calibration stand. The calibration stand is a suitable one-piece jig that
that can be used to:

1. Chock the wheels to hold the drag tester in place.

2. Support the main body of the drag tester ensuring that no
load is applied to the slider.

3. Align the pulley both horizontally and laterally with the
slider.

4, Level the tester and the stand as a unit,

If a stand is not available, the top of a sturdy table may be used.
The slider shaft (6) must clear surface (Fig. B-2).

2. Depressurize the hydraulic system completely. This may be done
either by turning the compensator adjusting screw (25) clockwise or by bleed-
ing system through the set screw (22). Remove the indicator cover and posi-
tion the pointer to indicate approximately two units on dial (for initial
calitration only) (Fig. B-2).

3. Fasten a pulley, supported by antifriction bearings, on the calibra-
tion stand (or table top). Thread a length of fishline (15-1b tensional
strength) through the pin hole of the slider shaft. Pass the line over the
pulley and fasten a tray of known weight to the free end of the line. Check
that the fishline between the slider and pulley is horizontal and laterally
aligned with the housing.

4, Place weights on the tray in increments of 1 1b up to 6 1b and record
corresponding dial readings. Slightly pluck the fishline several times to
shake out Coulomb friction in the pulley and tester ball bushings and tap the
indicator before taking readings.

o |
' e AT et .




5. Plot dial readings against pull of fishline (weight of tray plus
weights), The resuiting curve is a straight line which does not necessarily
pass through the origin of the coordinate system (Fig. B-4).

6. In case the curve obtained by step 5 does not pass through the origin
- draw a parallel curve through the origin. Read from curve dial reading
N corresponding to 6-1b pull.

pointer to indicate dial reading found by step 6. Repeat steps 4 and 5: the

3 7. Apply 6-1b pull by placing appropriate weights on tray and adjust
hl resulting curve must now go through origin,

. 8. From corrected graph determine pull which produces a dial reading of
S 60. The force thus found is equal to the required slider load.

A parts list and calibration certificate for the Penn State Drag Tester are
shown in Figures B-5 and B-6.

O
E 4ol UNCORRECTED /
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0 2.0 4.0 6.0
PULL F, 1b

FIGURE B-4., CALIBRATION OF HYDRAULIC SYSTEM
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PARTS LIST FOR PENN STATE DRAG TESTER

Part No. Part No. Required
~ Subassembly (A)
Housing

Ball bushing, 2
resilient mount

N =

1
2
3 Main shaft 1
4 Set screw 5
) 5 Connector 1
[ 6 Slider shaft 1
= 7 Recoil spring 1
k; 8 Slider 5
9 Ball bushing 1
{ 10 Auxiliary shaft 1
i 11 Transducer piston 1
12 Diaphragm 1
13 Retainer 1
14 Socket screw 1
15 Transducer cap 1
16 Socket screw 4
17 Nipple 1
18 Plastic hose 1
19 Nipple 1
20 Needle valve . |
21 Indicator 1
22 Set screw 1
23 Compensator piston 1
24 0'ring 2
25 Socket screw 1
26 End plug 1
27 Snap ring 1
28 Plug 2
29 Plug 2
30 Seal 1
31 Grommet 1
32 Side panel 2
33 First head screw 8
34 Bearing, pivot 2
35 Chassis 1
36 Wheel 1
37 Handle assembly 1
38 Stop 1
39 Shoulder screw 2

L )

-

NOTE: Bleed screw has been added to tip of bourdon tube in pressure gage to .g;;
assist in bledding air from hydraulic system. o

e

T~

FIGURE B-5. PARTS LIST FOR PENN STATE DRAG TESTER ~ -4
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: PENN STATE DRAG TESTER
. CALIBRATION CERTIFICATE

TESTER NO.
CALIBRATED BY DATE

A. Calibration of hydraulic system with housing horizontal prepressuri-
zation dial units =

Drag Force F Indicator Display!
DTN

Up Down

0 oo e ees e

1 LN N N ) oo

2 LN ) L I

3 se oS LN N

4 L N N ] se e

5 s 00 se e

6 [ N N} ee e

B. Slider load (casting within provided stops)
L°= L NN N ] ]b

C. Field Check (housing vertical, rubber shoe removed and weight
attached to slider shaft through thin wire or fishline).
Weight Indicator Display
1b DTN

3 es e i sasesens

l0btained after slightly plucking fishline
and tapping indicator.

It should be noted that the reading obtained from attaching a three-pound
weight to the shaft under (c) is higher than that obtained for a three-pound
pull under (A). This is due to the weight contribution of the guide mechanism
when the housing is in a vertical position,

NOTE: Unit must be prepressurized to 10 DTN for operation. All above cali-
bration was made with this same prepressurization.

FIGURE B-6. CALIBRATION CERTIFICATE
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CHALK WEAR TESTER

TEST FUNCTION

The tester measures the wear of a piece of chalk per unit length while
traveling at low sliding speeds on a pavement, Since microtexture plays an
important role in pavement friction, the tester ranks pavements by abrasion
due to pavement microtexture.

while the tester can be used on any surface with a hardness greater than
the chalk, pavements with low microtexture due to polish may be difficult to

test.

PRINCIPLE OF OPERATION

The tester is pushed by the operator at a slow and uniform pace over a
clean dry pavement. The normal load on the chalk produces contact pressures
and corresponding shear forces that wear the bottom edge of the chalk. To
ensure consistent results of wear, a commercially available railroad chalk is
used in all tests.

TESTER DESCRIPTION

The tester consists of eight parts:

1. Cart: This furnishes both a convenient handle and an axle to which
the tester can be attached. (Harper fold-a-truck, Model No. FT-80EN).

2. Axle weight: This two-piece arrangement attaches the chalk tester to
the cart axle and provides a hinged connection ta the rest of the unit.

3. Vertical hinge: This eliminates any lateral force on the chalk.
4, Connecting bracket: Connects hinge with alignment bars.

5. Alignment bars: These two bars and the chalk guide form a triangular
truss which provides vertical stability of the unit, Connecting the alignment
bars to the connecting bracket with a limited rotational fitting also elimi-
nates any torsional bias of the test.

6. Chalk yguide: This holds the chalk in place during testing. The -
chalk is held in place by a friction fit. ]

7. Extruder screw: This pushes the chalk out of the chalk guide enabl-
ing the operator to reset the height of the chalk. ©

8., Balancing counterweight: This weight is used to balance the axle
weight at the cart axle. This ensures proper weight distribution upon the
chalk.

(Balancing is accomplished with only one alignment bar attached to the \
connecting bracket. The unconnected end of this alignment bar is unsupported
during balancing.)

1
o ta R e .

The tester is illustrated in Figure B-7. Detailed fabrication drawings o
are shown in Figures B-8 and B-9. S
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TEST PROCEDURE

1. Check the chalk for wear. Replace the chalk when it is eroded beyond
half of its original length. This will be evident since the chalk is tapered
and will fall from its holder at this time. (The tapered end of the chalk is
inserted into the chalk guide.)

2. Extrude approximately 1/2 in of chalk from tester.

3. Measure chalk length* at four places 90-deg offset from each other to
the nearest 1/100 in (Rl).

’ 4. Inspect the surface and ensure that it is clean and dry. When test- ] }n;j
o ing always test in direction of travel, fo

B 5. Gently place the chalk on the ground where the test is to start. Sl
%‘ 6. Tilt the cart back and check that the front axle weight is level and : ;;;j

that the chalk guide is normal to the ground,

7. Keep handle at a comfortable height and be careful that axle weight
is level and chalk guide is normal to the ground. Walk slowly forward at a
uniform pace (about 1 mi/h).

8. Test a section of at least 10 ft when practical.

?. )Measure the length of test section (length of chalk mark) to nearest
3 1in (L.).
: w

4 10. Measure the chalk length* at four places 90-deg offset to the nearest S
o 1/100 in (R,). e
11. Calculate chalk wear per unit length of test surface. E::E

IR, - IR, =

4 N

W —m—— A

Lw e

c ottt aa

12. When replacing chalk use, No. 888 enamel-coated white railroad chalk
produced by the American Crayon Company. A parts list for the chalk tester is
shown in Figure B-10.

- PARTS LIST

- 1 ea. Cart, Harper fold-a-truck, Model No. FT-80EN
1 ea, Balancing counterweight

g 1 ea. Axle weight oo
: 1 ea. Hinge s
. 1 ea. Connecting bracket o
4 2 ea. Alignment bars -
- 1 ea. Chalk holder - A
1 ea. Extruder screw —
Enamel-coated white railroad chalk produced by el
the American Crayon Company No. 888. e
FIGURE B-10. PARTS LIST CHALK WEAR TESTER A
. *Measurements made with reference to bottom of chalk guide. }gﬁ

88 aa




APPENDIX C
STEREOPHOTOGRAPHY

This appendix contains photographs and detailed fabrication drawings of a L_ﬁ4
stereocamera system suitable for obtaining stereophotographs of a pavement R
surface, This design is similar to that proposed by Holt and Musgrove
(Ref, 36) at the Ontario Ministry of Transportation and Communications.

A1l camera and flash settings are listed in Figure C-4, The camera and e
flash specifications are provided on the fabrication drawings (Fig. C-5 -
through C-8).* The flash unit is triggered off of the left camera. The dual 1

cable release activates the right camera first followed by the left camera at
which point the flash is triggered. The shutter release of both cameras is
accomplished within 1/2 s by a firm fluid stroke on the cable release.

~ : X X

' RAVEL lll

WO, el W

FIGORE C-1. TOP VIEW OF STEREOCAMERA SYSTEM R

*Full-sized prints are available from NMERI upon request. .;Ly
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- FIGURE C-2. FRONT VIEW OF STEREOCAMERA SYSTEM
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FIGURE C-3.

SIDE VIEW OF STEREQCAMERA SYSTEM
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FIGURE C-4. REAR VIEW OF STEREOCAMERA SYSTEM
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APPENDIX D
MU-METER WATER NOZZLE DESIGNS EVALUATED

This appendix contains detailed fabrication drawings of the three nozzle
designs fabricated and evaluated at NMERI. Figures D-1 and D-2 detail the UNM
design (selected design), Figure D-3 illustrates the FAA design, and Fijure D-
- 4 shows the modified ASTM E£274. The UNM design was ultimately selected for
use with the Mu-Meter. A detailed discussion of the selection process is
presented in Section VII.

Figures D-5 through D-7 provide details of a suggested nozzle design
which may be appropriate for adoption as a standard. (This design is noted as
Model GSL.) The Model GSL has the same flow characteristics as the UNM
nozzle.

Full sized prints of these nozzles are available from NMERI upon
request.
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APPENDIX E

MU-METER
WATER DISTRIBUTION SYSTEM
ANALYSIS AND DESIGN

This appendix provides detailed computational information used in eval-
vating various pumping systems and nozzle designs for use during Mu-Meter
testing at NMERI.

Two pump systems were evaluated for use with the FAA or UNM nozzle
designs. These two pump systems were a 3/4-hp system with a 1 1/2-in pipe
network (existing FAA design used during NRFMP) and a 3-hp system with a 2-in
: pipe network. The advantages of the larger system are clearly illustrated in
* , this appendix, particularly for Mu-Meter testing at speeds to 60 mi/h. The

larger system was eventually selected by NMERI for future field evaluation
with the Mu-Meter.

_ An additional analysis was also conducted to ascertain the pump require-
ments for a nozzle capable of delivering a 1-mm water depth at a zero velocity
{ relative to the pavement. The pump requirements were found to be quite large
for such a nozzle design.,

The first part of this appendix illustrates why the nozzle depth dimen-
sion must equal the specified water depth (in this case 1 mm) for zero rela-
tive velocity.

1. NOZZLE VELOCITIES

a. 40 mi/h test speed--

Q=VeA
where
Q = volumetric flow rate
V = outlet velocity
and
A = cross sectional area of nozzle 2
Q = (3520 ft/min) (4.5 in) (0.04 in) (sz-f{-;)

= 4,40 ft3/min per nozzle

For a nozzle 1/8 x 4.5 in

v = L . 440 ft3/min (yzﬁm)z
A (4.5 in)(0.125 in) \ ft

V = 1126 ft/min = 12.8 mi/h
Velocity relative to pavement, VR

VR = 40 mi/h - 12.8 mi/h = 27.2 mi/h
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b, 60 mi/h test speed--
Q = 6.60 ft3/min

For 1/8 in nozzle

v.l:_.._—-s_'—s_g——-(IZ)z
A (4.5)(0.125)

1690 ft/min = 19.2 mi/h
60 - 19.2 - 40.8 mi/h

v
R

v

For a relative velocity of zero, the nozzle depth dimension must equal the
specified water depth. e.g.,

V=40 mi/h, Q = 4.40 ft3/min, L = 4.5 in
A=ty

v
t =0.040 in=1mm

where
t and L = depth and width dimenison of the nozzle

2. PUMP DESIGN

To determine pump requirements, two details are needed i.e., flow
requirements and system head loss characteristics.

a. Flow requirements (for FAA nozzle*)--
(1) V = 40 mi/h--

Q=V-A
1 ft \2
= 2(3520 ft/min)(4.5 in)(0.04 in){ —
12 in
0“0 = 8,8 ft3/min
= 65.82 gal/min ~ 65 gal/min
(2) = 60 mph
1 ft ¥
= 2(5280 ft/min)(4.5 in)(0.04 in)
12 in

13.2 ft3/min

Q60

98.74 gal/min ~ 100 gal/min

*The UNM nozzle is similar to the FAA nozzle in terms of outlet dimensions and

head loss characteristics.
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11/2 in 90 deg ell

11/2 in tee

Worthington
pump--2 x 1 1/2 x 3.8

2940
3/4 hp

1 1/2 in ASCO solenoid valve

1 1/2 in 90 deg el

End of
tow vehicle

Gate valve
11/2 in

Flex hose

and nozzles

(FAR)

FIGURE E-1. MU-METER WATER DISTRIBUTION SYSTEM (FAA)

b. System head loss--

(1) Existing FAA system (used in NRFMP) with FAA nozzle (Fig. E-1)--

(a) Head losses at 40 mph, Q = 65 gal/min--

Solenoid valve (ASCO 1 1/2 in Series 8210)

From Table E-1
Cv s 22.5
From Figure E-2 (1iquid flow graph)

Fsgll.FtaI

Fow GPM 65 _ 5
§ ¢C, Fgg 22,5 2.89

where

v
F

S
9 Vs,

Ft = temperature correction factor

Fg = graph factor (Figure £-2)
Pressure drop across solenofd valve

8.2 1b/in2 = 19,0 ft

is
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C, = coefficient of contraction (flow factor)
= '-L——. S.G. being specific gravity of fluid
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1 1/2-in steel tee (screwed)

From Table E-2 (equivalent lengths for valves and fittings)
Ltee ™ 9.9 ft

From Table E-3 (pipe friction data)

Head loss per foot of pipe at 65 gal/min
for 1 1/2-in pipe is

2
(0.53 ﬁ)(ﬁ) = 0.457 re
ft/\70 ft

Loss through tee = (9.9 ft)(0.457 ft/ft) = 4.5 ft
1 1/2-in steel 90-deg ell (screwed)

1 1/2-in gate valve

‘gate = 1.2 ft

For flow at 35 gal/min (after tee) the head loss per foot of pipe is
0.147 T%

Loss through ell and gate valve

 —

ft
= (8.6 ft) 0.147 T ° 1.3 ft

i For an additional 15 ft (conservative extra) of 1 1/2 in pipe

Loss = (15 ft) 0.147 ;% = 2,2 ft

Total head losses to the end of two vehicle for 40 mi/h = 27.0 ft '

(b) Head losses at 60 mi/h, Q = 100 gal/min--

Solenoid valve
CV = 2.25, Fsg = 1. Ft = 1 -::4:3
: F = 100 a]/min = 4.44 ‘::.1
: g 22.5 3
; Pressure drop across solenoid valve is L
: 19 1b/in2 = 43,9 ft -
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Equivalent
Fitting length Frictional loss (ft/ft) Head loss
Tee 9.9 ft 1.02 10.1 ft
EV] 7.4 ft 0.284 2.1 ft
Gate valve 1.2 ft 0.284 0.3 ft
Pipe (1 1/2 in) 15 ft 0,284 4,3 ft

Total head losses to the end of tow vehicle for 60 mph = 60.7

(c) Head losses in flex hose and FAA nozzle (1/8 in x 4.5 in cross

section)--
he FAA calibration of the nozzle outflow volume was conducted by measur-
ing pressure upstream for a known volumetric outflow. The pressure gages were
placed after the gate valves and prior to the flexible hoses.

The FAA provided the calibration data in Table E-4 (by personal
communication with Mr. Tom Morrow).

TABLE E-4. FAA WATER NOZZLE CALIBRATION

Flow rate ) y
Velocity, | Pressure, | (per nozzle), V., ,
mi/h | 1b/in2 | ft3/min fths | ftls
20 1.5 2.2 9.4} 3.0
40 4 4.4 18.8 6.0
60 9 6.6 28.21 9.0

Notes: V_ = nozzle outlet velocity
V] = velocity at pressure gage (1 1/2 in cross
section)

The calibration given in Table E-4 was found to agree favorably with
later calibrations performed at NMERI.

Using Bernoulli's equation

pp V2 op v,2
2,2 L2 4
Y 29 Y 29

2 . 2
vl v2

L

Y
h =— +
Y 29

where
B, pressure-head term

2
¥§ = velocity~-head term
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and

hL = frictional-head loss term.

The head losses through the flex hose and nozzle were calculated to be
Velocity

_(mi/n)

60 9.
40 4.
20 2

I -
-

N W~

f
f
f

ot ct
[

Therefore the frictional head losses through the existing FAA system are

40 mi/h: h =27.0 ft + 4.3 ft = 31.3 ft
60 mi/h: hL = 60.7 ft + 9.7 ft = 70.4 ft

The head losses above do not include the velocity head at the nozzle exit.
The velocity head increases the total head (hT) requirements to

40 mi/h: hy = 31.3 ft + 5.5 ft = 36.8 ft
60 mi/h: hT = 70.4 ft + 12,3 ft = 82.7 ft

Comparing these values with the pump rating curves (Figure E-3) at
2940 rev/min indicates the shortcomings of a 3/4 hp D.C. system. In both
cases the total head requirements are greater than the pump developed head.

{2) Proposed system with FAA nozzle--Reduction of head losses can be
affected by 1) enlargement of pipe network (use 2 in- instead of 1 1/2-in
pi?e) and 2) use of a Y instead of a Tee. The proposed system incorporates
only 1) above, as 2) is difficult to incorporate due to space limitations.
Also, the pump has a 4.25-in impellar and is operated at 3500 rev/min.

(a) Head losses at 40 mi/h, Q = 65 gal/min--
Solenoid valve (2 in)

C =43
v
1 65
Fg = g—a-—/—l!.-[—n— & —evew 2p 1.51 ._'.._';
C, 43 -13;?
Drop across solenoid valve is : ,fff
-7y
2 1b/in2 = 4,6 ft =3
i
R
R
R
e .ﬁ
F o

[ l'.-.'."-'q"

5 s A
¢ va%a®a 09" n'p
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Equivalent ___
Fitting length Frictional loss (ft/ft) Head loss .-
Tee (2 in) 12 ft 0.184 (85 1.9 ft i
ENl (2 in) 8.5 ft 0.051 0.4 ft e
Gate valve (2 in) 1.5 ft 0.051 0.1 ft R
Pipe (2 in) 15 ft 0.051 0.8 ft R
Head loss through flex hose and FAA nozzle = 4.3 ft -
Total frictional head losses = 12.1 ft
Velocity head at 40 mi/h = 5,5 ft
Required pump head at 40 mi/h = 17.6 ft s
(b) Head Tosses at 60 mph, Q = 100 gal/min--
Solenoid valve (2 in)
C, =43 o
Fo=390 533 o
I a3 i
Solenoid valve head loss = 5.2 1b/in? = 12,0 ft -
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Equivalent

Fitting length Frictional loss (ft/ft) Head loss
Tee (2 in) 12 ft 0.358 4,3 ft
EN (2 in) 8.5 ft 0.099 0.8 ft
Gate valve (2 in) 1.5 ft 0.099 0.1 ft
Pipe (2 in) 15 ft 0.099 1.5 ft

Head loss through flex hose and FAA nozzle = 9.7 ft

Total frictional head losses = 28.4 ft
Velocity head at 60 mi/h = 12.3 ft
Required pump head at 60 mi/h = 40.7 ft

Comparison of pump head requirements with pump rating curves shows

1) Existing 3/4 hp (D.C.) pump satisfactory for 40 mi/h

2) For 60 mi/h larger motor and/or pump are required, D.C. pumps
larger than 3/4 hp are not readily available (they are usually custom designed
and built); therefore, an A.C. system is required.

(3) Proposed system with 1 mm nozzle--To determine head losses through
such a system the head losses of @ I-mm nozzle must be determined. The head

loss at a sudden contraction (nozzle) is governed by

2
hL -_-.k—v-.
29
where
k = loss coefficient
V = the downstream velocity (outlet velocity)
and
g = gravitational acceleration. Rearranging this equation

/2gh
v= .—..—L
k

Recall Q =V « A
For a rectangular nozzle

2gh
Q=—=. Lot
k

where

L = nozzle width
and

t = nozzle depth
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where subscript 1 is associated with the FAA nozzle (1/8 in depth) and sub-
script 2 is associated with a 1-mm nozzle,

For a required water depth of 1 mm, Q, = Q, and L, = L, for both nozzles.
Therefore,

or

k, [t z
h, =h —f—
k. \t
1 V72
To determine the k values a plot of reduction k value (Figure E-4) for
circular pipe versus diameter ratio was used as follows. Since diameter is

proportional to area to the 1/2 power, an area ratio to the 1/2 power was
calculated and plotted on Figure E-4 to estimate k.

(a) 40 mi/h, Q = 65 gal/min--
Head losses exclusive of flex hose and nozzle = 7.8 ft

(58.67 ft/s)2
2(32,2 ft/s?)

Velocity head = = 53.4 ft

Head loss through hose and nozzle

2
h = (4.3 ft)(9=§%>(9:12§) = 51.5 ft
0.31/\0.040

Total pump head required for 40 mi/h at l-mm water depth = 112.7 ft

(b) 60 mi/h, Q = 100 gal/min--
Head loss exclusive of flex hose and nozzle = 18.7 ft

w oA
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Velocity head (88 ft/s)? 120.2 ft
eioc = = .
Y 2(32.2 ft/s2)

Head loss through hose and nozzle

b= (9.7 fr) [L38Y0129YE 116 ) g
0.31 A0.040

Total pump head required for 60 mi/h at l-mm water depth = 255.0 ft

The above analysis assumes little head loss in the flex hose, i.e., most
of the loss occurs at the nozzle, Other similarity analyses indicate that the
power of tl/t2 is cubic and not square.

The above discussion shows the large head requirements for a 1-mm water
depth. Although the head losses can be calculated using various assumptions,
the actual head loss can only be verified by measurement.

(¢c) Power requirements--

hpsm
e

51, Olson, R. M., Essentials of Engineering Fluid Mechanics, Intext
Educational Publishers, New York, New York, 1973.
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where
hp = required horsepower
Q = flow rate
h = head required
y = density of water
e = efficiency of pump

For

1.0 (100 percent)
40 mi/h

and

-
[ ]

(8.8 ft3/min)(62.4 1b/7t3)(112.7 ft)
(1.0)(33,000 fE-18 /hp)

hp =

hp,o = 1.88 hp

For
V = 60 mi/h

,(13.2 ft3/min)(62.4 1b/ft3)(255 ft)
(1.0)(33,000)

hp

hp60 = 6.36 hp
Efficiencies typically range from 0.5 to 0.8 depending on pump size.

(d) Affect of nozzle depth on Q and h--
Recall that

Q= 29"—' o L o t
k
or
Q hl/kl thl
QZ hz kZ thz

If t is reduced from 1 mm to 1/2 mm, then t; = 1/2 t,, but Q is also affected,
'.eog 02 = 1/2 01




-
(=]
e |
-
-
]
-~
~

hZ = "Ix 6;- -k—; 't'z'
k
12
= hl 3 kl Y |
k
2
h, =M X

But k2

k) (Figure E-4)
So, h,

h

In other words, the head requirements for 1/2-mm nozzle are similar to the
head requirements of a l1-mm nozzle.

mom

A comparison of the three combinations of pumping systems and nozzle
designs is shown in Table E-5. Two pumping systems (3/4 hp with 1 1/2-in
plumbing and 3 hp with 2-in plumbing) were evaluated with two nozzle designs
(0.125- and 0.040-in opening). Table E-5 shows that the large pumping system
with an FAA type nozzle is the most appropriate.*

Based on this analysis a pump system with 2-in plumbing and a 3-hp pump
and motor were selected for Mu-Meter testing. The power for the pump motor
was supplied by a 6.5 kW A.C. generator.

*The UNM nozzle is very similar to the FAA nozzle in terms of head loss
characteristics.
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